
R
ES

EA
R
C
H
 N

EW
S

(1 of 9) 1500394wileyonlinelibrary.com© 2016 The Authors. Published by WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim

 Beyond Traditional RAFT: Alternative Activation of 
Thiocarbonylthio Compounds for Controlled Polymerization 

   Thomas G.    McKenzie     ,        Qiang    Fu     ,        Mineto    Uchiyama     ,        Kotaro    Satoh     ,        Jiangtao    Xu     ,    
    Cyrille    Boyer     ,   *        Masami    Kamigaito     ,   *       and        Greg G.    Qiao   *   

  T. G. McKenzie, Dr. Q. Fu, Prof. G. G. Qiao 
 Polymer Science Group 
 Department of Chemical and Biomolecular Engineering 
 The University of Melbourne 
  Parkville  ,   VIC    3010  ,   Australia  
E-mail:   gregghq@unimelb.edu.au    
 Dr. J. Xu, Prof. C. Boyer 
 Center for Advanced Macromolecular Design (CAMD) and Australian 
Center for NanoMedicine (ACN) 
 School of Chemical Engineering, UNSW 
  Sydney  ,   NSW    2052  ,   Australia  
E-mail:   cboyer@unsw.edu.au    

DOI: 10.1002/advs.201500394

in what would subsequently emerge as 
the fi eld of ‘reversible deactivation rad-
ical polymerization’ (RDRP). [ 2 ]  For RDRP 
reactions to be successful in producing 
polymers of uniform molecular weights 
and high chemical fi delity, a few key cri-
teria must be met. Firstly, the lifetime of 
the active radical species must be mini-
mized, which can be achieved either via 
a dynamic equilibrium of reversible (de)
activation, or by a process of degenera-
tive chain transfer. Secondly, the rate of 
initiation must be much faster than that 
of propagation. The former acts to reduce 
the likelihood of undesirable termination 
and/or side reactions occurring, while 
the latter ensures that all chains grow at 
an equal rate, decreasing the dispersity 
of the resulting polymers. [ 3 ]  As early as 
1984, Otsu observed that if the activation, 
monomer addition, and recombination (or 
termination) cycle is carefully controlled, 
“living” polymerization through a radical 

mechanism can be approximated. [ 4 ]  
 In 1998, Rizzardo and co-workers reported on the use of thio-

carbonylthio (TCT) compounds for the controlled synthesis of 
polymers via initiation by a conventional radical initiator. [ 5 ]  The 
mechanism of reversible addition-fragmentation chain transfer 
(RAFT) was proposed ( Figure    1  ), which can effectively allow for 
control over the active radical species. Given its relative simplicity 

 Recent developments in polymerization reactions utilizing thiocarbonylthio 
compounds have highlighted the surprising versatility of these unique mole-
cules. The increasing popularity of reversible addition–fragmentation chain 
transfer (RAFT) radical polymerization as a means of producing well-defi ned, 
‘controlled’ synthetic polymers is largely due to its simplicity of implementa-
tion and the availability of a wide range of compatible reagents. However, 
novel modes of thiocarbonylthio activation can expand the technique beyond 
the traditional system (i.e., employing a free radical initiator) pushing the 
applicability and use of thiocarbonylthio compounds even further than previ-
ously assumed. The primary advances seen in recent years are a revival in 
the direct photoactivation of thiocarbonylthio compounds, their activation 
via photoredox catalysis, and their use in cationic polymerizations. These 
synthetic approaches and their implications for the synthesis of controlled 
polymers represent a signifi cant advance in polymer science, with potentially 
unforeseen benefi ts and possibilities for further developments still ahead. 
This Research News aims to highlight key works in this area while also clari-
fying the differences and similarities of each system. 
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  1.     Introduction 

 The use of organic sulphur compounds for the synthesis of 
synthetic polymers via “living” radical polymerization was pio-
neered by Otsu and co-workers over 30 years ago. [ 1 ]  Many of 
the ideas and concepts proposed by Otsu have greatly infl u-
enced the development of radical polymerization techniques 
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 Figure 1.    Methods for living polymerization via the activation of thiocarbonylthio (TCT) compounds: a) traditional RAFT polymerization initiated via 
radical addition. Free radical initiator can be formed by a number of different stimuli; b) recently developed techniques for the activation of TCT com-
pounds for living polymerization reactions: i) direct photoactivation of TCT to initiate a radical polymerization via C–S bond fragmentation, ii) activation 
via photoredox catalysis resulting in single electron reduction of TCT prior to radical polymerization, and iii) reversible activation via coordination of 
a Lewis acid for cationic polymerization or activation by Bronsted–Lowry acid to form a cation capable of propagating and undergoing degenerative 
chain transfer with a suitable TCT compound (note: the initiation step for all polymerizations has been omitted for brevity).
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with regards to reaction set-up, its similarity to conventional 
free radical polymerization, and the excellent structural control 
observed (i.e., predetermined molecular weight polymers of low 
dispersity), RAFT polymerization quickly found tremendous 
uptake by synthetic polymer chemists and has evolved into one 
of the most widely used RDRP techniques today. [ 6 ]  Key to RAFT 
polymerization is the appropriate selection of a TCT compound 
(or ‘RAFT agent’). Depending on the structure of the stabilizing 
(Z-group) and fragmenting (R-group) components of the RAFT 
agent (see Figure  1 a) the rates of addition, fragmentation, and 
subsequent propagation steps will be altered, which ultimately 
affects and determines the degree of control exerted over the 
polymerization process. [ 7 ]  However, a wide range of RAFT 
agents have been examined, tested in the literature, and success-
fully commercialized, allowing access to well-defi ned polymers 
derived from an exhaustive set of monomers with various prop-
erties and functionalities, providing the framework for the prac-
tical and extensive use of the RAFT technique.  

 Recent developments in alternative pathways toward TCT 
activation for use in polymerization reactions have provided sig-
nifi cant insight into the roles of each species and the require-
ment for reaction optimization when multiple competitive reac-
tion pathways are available. In a manner remarkably similar 
to the original investigations by Otsu, direct photoactivation of 
compounds containing a TCT moiety has been shown to pro-
duce polymers of low dispersity and high end-group fi delity 
(i.e., high “livingness”), provided that the combination of 
monomer, TCT compound, and light source (wavelength and 
intensity) is appropriately selected. [ 8 ]  Alternatively, the use of a 
photoredox catalyst can effectively facilitate electron transfer to 
a TCT species, with the resulting electronic instability leading 
to fragmentation, radical generation, and polymerization. [ 9 ]  
The versatility of these compounds is demonstrated further by 
the use of TCTs in cationic polymerizations, where reversible 
activation is achieved by the coordination of a Lewis acid. [ 10 ]  
Alternatively, cationic initiation can occur in the presence of 
a Bronsted–Lowry acid in a manner analogous to traditional 
radical addition. [ 11 ]  This versatility is exemplifi ed by examples 
of switchable cationic/radical systems within a single reaction 
vessel. [ 10,11 ]  These pathways for activation offer an alternative to 
the radical addition chemistry traditionally employed for RAFT 
polymerizations, with the biggest difference being that no 
additional or exogenous initiator is employed (with the excep-
tion of Bronsted–Lowry cationic initiation). Therefore, the TCT 
in these cases acts as both the initiator and the chain transfer 
agent. In addition, it is also assumed to act as the reversible 
terminating agent, thereby fulfi lling the roles of an  iniferter  
( ini tiator-trans fer - ter minator), as described by Otsu. [ 12 ]  This dis-
tinction has several important implications; most obvious is 
the avoidance of initiation by means of an exogenous radical or 
cationic source, which can give unwanted α termini (via direct 
initiation) or ω termini (via termination of the growing chain 
by the exogenous radical). Well-defi ned polymeric microstruc-
tures (i.e., controlled monomeric sequence, high end group 
fi delity, etc.) are becoming increasingly desirable for a range of 
high-tech applications, with a signifi cant drive to develop new 
polymerization strategies that display fi ne control over these 
features. The recent developments for TCT activated polymeri-
zations meet many of these demands. A brief history of each 

approach will be given below, with the most recent and key 
works highlighted and discussed in terms of their potential and 
mechanistic implications.   

  2.     Direct Photoactivation of TCTs 

 The photoactivity of thio-containing compounds is well known, [ 13 ]  
and their use by Otsu as photoiniferters paved the way for their 
subsequent use in polymerization reactions. [ 1 ]  Shortly after the 
fi rst description of RAFT polymerization, initiation of RAFT 
reactions via irradiation was investigated. For example, reaction 
mixtures subjected to γ-radiation can result in a RAFT process 
due to the formation of radicals derived from monomer, RAFT 
agent, or solvent. [ 14 ]  However, this non-specifi c radical generation 
can lead to various polymer chain imperfections (e.g., branching, 
different α-termini, etc.). [ 15 ]  In this regard the use of γ-radiation 
more closely resembles a traditional RAFT process and therefore 
differs markedly from the main subject of this highlight article, 
namely the cases in which the TCT acts as the  sole  source of ini-
tiation, in addition to being a key mediating species. 

 Direct photoactivation of TCT compounds using UV irra-
diation has also been the subject of much investigation [ 16 ]  
where ß-fragmentation of the weakest C–S bond can result 
in an active carbon-centered radical and a less active thiyl rad-
ical (Figure  1 b(i)). However, relatively poor control over the 
polymerization was commonly observed, especially at mod-
erate to high monomer conversions. This was ascribed to the 
direct photo lytic degradation of the fragmented species (i.e., 
the thiyl radical), resulting in ineffi cient deactivation and loss 
of the “living” character. [ 17 ]  These early investigations intro-
duced a debate over the mechanism for the observed “living” 
behavior, with the two proposed pathways being reversible 
termination, [ 16b,18 ]  and the radical initiation of a RAFT-type 
degenerative chain transfer process following photolysis of the 
TCT species. [ 16a ]  Key experiments undertaken to elucidate the 
mechanistic pathway indicate that degenerative chain transfer 
(i.e., a RAFT process) is likely the main cause of control. [ 16a ]  The 
extent to which reversible termination takes place remains rela-
tively unclear. However, both pathways are typically represented 
(see Figure  1 b(i)), with the predominant mechanism potentially 
depended on the exact nature of the system. It is pointed out that 
although the use of exogenous radical photo-initiators has been 
demonstrated extensively for the successful photo-initiation of 
various RAFT polymerization processes [ 17,19 ]  these are not dis-
cussed here as this manuscript is focused instead on the  direct  
photoactivation of TCT species and the implications thereof. 

 In 2013, Bai et al. demonstrated that S-1-Dodecyl-S′-(α, 
α′-dimethyl-α′′-acetic acid) trithiocarbonate (DDMAT) 
was capable of controlling the polymerization of methyl 
acrylate (MA) under UV irradiation, producing narrowly dis-
persed linear poly(MA) ( Ð  < 1.2) at relatively high monomer 
conversions. [ 8b ]  This report clearly demonstrated that the direct 
photoactivation of TCTs with UV irradiation could provide 
a truly robust photopolymerization pathway, and re-invigor-
ated investigations in this area. In this work, the rate of poly-
merization was found to be strongly dependent on both the 
targeted degree of polymerization (DP n ) (i.e., the initial molar 
ratio of monomer to trithiocarbonate ([MA] 0 /[TCT] 0 )), as well 
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tion of a low concentration of TCT (0.45 m M ) in the absence of 
monomer can lead to irreversible degradation of this species, 
while higher TCT concentrations (13.5 m M ) show no structural 
change even after extended irradiation. [ 8b ]  Importantly, frag-
mentation of the C–S bond in the latter case was still occur-
ring as evidenced by radical trapping experiments, illustrating 
that the rate of reversible termination was suffi cient so as to 
avoid an extended lifetime of the potentially unstable thiyl 
radical. [ 20 ]  Later that year, Johnson et al. reported a UV-activated 
polymerization of  N -isopropylacrylamide in the presence of a 
 bis -functional TCT. [ 8a ]  The authors demonstrated the “on–off” 
nature of the photopolymerization, and showed the reaction 
can be effectively activated under solar radiation – a feature 
that may be promising for industrial applications where natural 
light sources are desired or benefi cial. Subsequently, Kwark 
et al. described the UV-activation of a xanthate (S-2-cyano-2-
propyl-O-ethyl xanthate) for the controlled photopolymeriza-
tion of vinyl acetate (VA). [ 8b ]  This system was shown to generate 
poly(VA) with good control ( Ð  ≈ 1.2–1.3). The rate of the reac-
tion was found to be inversely proportional to the targeted DP  n   
(with [VA] 0 /[xanthate] 0  values of 167, 400, and 800 demon-
strated), which confl icts with the previous report by Bai et al.. [ 8b ]  

 TCTs are typically strongly yellow, red, or orange in color, 
which has been ascribed to the  n →π* electronic transition 
of the thiocarbonyl double bond, for which the associated 
absorption often occurs in the visible wavelength region (ca. 
400–550 nm). [ 13b ]  Recently, the group of Qiao has exploited this 
phenomenon by selectively exciting the  n →π* absorption band 
with blue light ( λ  max  ≈  460 nm), allowing for the visible light 
photoactivation of a range of TCTs. [ 8f  ]  Despite the weak molar 
absorptivity in this region the TCTs investigated were shown 
to polymerize a range of acrylates and acrylamides, resulting 
in well-defi ned linear polymers ( Ð  < 1.1), with high end group 
fi delities even at near complete monomer conversions (conv. 
> 95%) as evidenced by matrix-assisted laser desorption/ion-
ization-time of fl ight mass spectrometry (MALDI-ToF MS) 
analysis and in situ chain extension experiments. The Boyer 
group independently investigated the direct photopolymeri-
zation of methacrylates under low intensity (≈0.7 mW cm –2 ) 
blue and green light irradiation while developing their photo-
redox catalyzed system (vide infra). [ 8e ]  The proposed mecha-
nism for these two techniques was carefully compared. The 
polymerization kinetics for direct photoactivation is dependent 
on light wavelengths, intensities, monomers and specifi c TCT 
compounds. Visible light activation had been reported by the 
group of Kamigaito previously, [ 8c ]  where irradiation with a weak 
white light source (a household fl uorescent bulb) was demon-
strated to activate the polymerization of vinyl monomers in 
the presence of a xanthate compound ( O -ethyl- S -(1-ethoxy-
carbonyl)ethyldithiocarbonate). The authors astutely observed 
that this may make the employed TCT suitable as a ‘photoinif-
erter’, however further investigation was not pursued. How-
ever, a similar system was recently reported in which various 
xanthates were used for the blue light mediated photopolym-
erization of the unconjugated monomer vinyl acetate. [ 21 ]  Excel-
lent control over the polymerization was observed with a high 
degree of chain end fi delity as determined by MALDI-ToF 
analysis. 

 Although there exist some benefi ts to using visible light 
rather than UV as the source of activation (e.g., avoidance of 
monomer self-initiation, experimental safety, etc.), the poten-
tial mechanistic and structural benefi ts (i.e., minimization 
of side/termination reactions or direct thiocarbonyl degrada-
tion) require further examination. Regardless, this approach 
employing solely TCT compounds as the photoactive species 
and control agent offers the potential for further modifi cation, 
optimization, as well as a deeper understanding of the com-
peting reaction pathways.  

  3.     TCT Activation via Photoredox Catalysis 

 The Boyer group recently introduced the concept of TCT acti-
vation via a photoinduced electron transfer (PET) process by 
incorporating a suitable photoredox catalyst with/without an 
electron donor. [ 9a ]  The employed photoredox catalyst is pro-
posed to reduce the TCT to generate a radical anion, along 
with the catalyst in an elevated oxidation state. The resulting 
TCT anion can fragment to give an initiating carbon-centered 
radical, before back electron transfer (re)generates the dormant 
polymer chain and the photocatalyst in its ground state, thereby 
completing the catalytic cycle (see Figure  1 b(ii)). The term 
PET-RAFT was coined for these types of photopolymerization 
systems, which have subsequently been demonstrated to be 
widely applicable to a variety of catalysts and monomer families 
( Figure    2  ). In some cases, after excitation the photoredox cata-
lyst can transfer its energy directly to the TCT to activate it. [ 22 ]   

 Initial investigations into the photoredox activation of 
TCTs was performed using an iridium complex ( fac -[Ir(ppy) 3 ], 
Ir (III) ), [ 9a ]  which has been extensively employed for a variety of 
organic transformations. [ 23 ]  With appropriate stoichiometry, 
Boyer and co-workers demonstrated that these systems were 
able to furnish well-defi ned polymers under irradiation from 
a blue LED ( λ  max  = 435 and 460 nm) for a variety of different 
mono mers (both activated and less activated monomers). The 
high end group fi delity of the resulting polymers was confi rmed 
by  1 H NMR analysis, UV–vis spectroscopy, and successive chain 
extension experiments to form (multi)block copolymers. The 
PET-RAFT system was subsequently transferred to aqueous 
conditions through use of a water-soluble catalyst (Ru(bpy) 3 Cl 2 , 
Ru (II) ). [ 9b ]  This allowed for the effi cient preparation of protein-
polymer conjugates with a high enzymatic activity. 

 During their investigations, it was observed that the PET-
RAFT polymerization could be performed even in the pres-
ence of molecular oxygen (i.e., without degassing). [ 9a,c,g ]  
Given that radical polymerizations are typically inhibited by 
oxygen due to its excellent radical scavenging behavior, the 
ability to perform controlled radical polymerization without 
the need for thorough degassing of the reaction mixture 
would represent a major advancement in the applicability 
of these systems. The strong photoreducing nature of the 
employed catalysts is thought to allow for the single elec-
tron reduction of dissolved oxygen, consuming any inhib-
iting oxygen species prior to the polymerization taking place. 
Photo polymerizations performed in air (i.e., in the pres-
ence of oxygen) were demonstrated to occur with minimal 
difference in reaction rate between deoxygenated and non-
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deoxygenated reaction mixtures. [ 9a ]  An increased induction 
period was observed in the non-deoxygenated mixtures for 
both acrylate and methacrylate monomer types, which was 
ascribed to the time during which molecular oxygen was con-
sumed. The length of inhibition period is proportional to the 
volume of air present in the reaction fl ask and the concentra-
tion of the catalyst. 

 A potential drawback of the initially reported PET-RAFT pro-
cess was the expensive and potentially toxic transition-metal 
complex used (albeit in very small quantities). This was sub-
sequently addressed via the use of a range of abundant and 
non-toxic photoactive organic compounds, [ 9d,h ]  naturally derived 
metallo-complexes (including chlorophyll  a  which could be 
extracted directly from spinach leaves), [ 9f  ]  and various porphyrin 
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 Figure 2.    Chronology of various monomers, TCT compounds, activators, and light sources investigated for photocontrolled radical polymerizations. 
Acid activators, monomers, and TCTs investigated for cationic polymerization are shown in bottom right.
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bility of these systems. [ 9g ]  The Qiao group recently reported the 
use of organic amines under UV irradiation for the photopo-
lymerization of methacrylates with both homogeneous [ 9e ]  and 
heterogeneous [ 24 ]  amine catalyst systems, that were assumed 
to act via a similar PET mechanism. A range of cheap and 
commercially available tertiary amines were demonstrated 
to be effi cient for these reactions, with little effect of amine 
molecular structure on reaction kinetics provided that the con-
centration of amine centers was kept constant. These organic 
photoredox catalysts are important not only in lowering the cost 
of the reaction, but also to avoid issues of toxic metal catalyst 
residues remaining in the polymeric products. 

 Given the diversity of photoredox catalysts demonstrated, 
focus was then placed on expanding the range of irradiating 
wavelengths able to activate the polymerization. This can have 
advantages including lower energy consumption and deeper 
photon penetration through fi lms and/or gels when longer 
wavelengths are employed. Tunable photocatalysis based on a 
single molecule was achieved via the use of a zinc-porphyrin 
photoredox catalyst, with the rate of the polymerization linked 
to the absorption profi le of the catalyst and thus tunable over 
a range of visible wavelengths. [ 9g ]  Interestingly, the zinc-por-
phyrin employed displayed high activity towards trithiocarbon-
ates, while other TCT compounds (e.g., dithiobenzoate, dithi-
ocarbamate, and xanthate) displayed much slower kinetics, 
inferring selective polymerization activation. This was believed 
to suggest some form of novel molecular recognition occur-
ring between the metal-porphyrin and the trithiocarbonate, 
and may be similar to the interactions between zinc and sulfur 
sites in biomolecules and enzymes, where specifi c interactions 
mediate certain redox processes, DNA recognition events, and 
transcriptional activation. [ 9g ]  Surprisingly, the photopolymeriza-
tions can proceed in the presence of air with a minimal induc-
tion period (usually attributed to the time during which oxygen 
is reduced/eliminated). By using a novel biocatalyst (bacte-
riochlorophyll  a ) Boyer et al. recently demonstrated a PET-
RAFT system that could be regulated by near infrared (NIR) 
and far-red light. [ 25 ]  This has the advantage of deeper penetra-
tion profi les compared with higher energy shorter wavelengths 
(e.g., UV, blue) previously employed, and continues the trend 
of continuously seeking lower energy means of activation (see 
Figure  2 ). 

 Further development of the PET-RAFT system was illus-
trated by the synthesis of polymers with varying levels of stere-
ocontrol. [ 26 ]  The synthesis of stereoregular polymers via radical 
polymerization has been a longstanding challenge for polymer 
chemists, and there exists a strong desire to develop control 
over polymer tacticity using the simplicity that radical poly-
merization offers from both an academic and industrial per-
spective. In this regard, the PET-RAFT system has been shown 
to be amenable to such stereocontrol via the simple addition 
of a Lewis acid mediator (Y(OTf) 3  or Yb(OTf) 3 ), along with an 
Ir (III)  photoredox catalyst. The choice of solvent is crucial in 
these experiments as the complexation strength of the mon-
omer-mediator pair determines the extent of stereocontrol. In 
light of this, Boyer et al. discovered that by gradually adding 
DMSO—a Lewis base that can interfere with the Lewis acid 
mediator—the stereocontrol of the polymerization could be 

modulated in situ, allowing for the preparation of a multiblock 
copolymer with fi ve blocks of differing stereoregularity. [ 26 ]   

  4.     Acid Activation for Cationic Polymerization 

 The Kamigaito group observed that the activation of oxygen-
ester bonds via Lewis acids (LAs) commonly employed for 
the cationic polymerization of vinyl ethers may be replicable 
with TCT compounds, allowing for transformations between 
RAFT radical polymerization and a living cationic polym-
erization in a single reaction vessel. This hypothesis was 
confi rmed with the reported synthesis of block copolymers 
consisting of (meth)acrylate and vinyl ether blocks by an in situ 
transformation from radical initiated RAFT polymerization to a 
cationic system via the addition of a LA activator. [ 10a ]  It was dem-
onstrated that although vinyl ether cannot homopolymerize in 
a radical system, it can copolymerize with (meth)acrylate units. 
However, after addition of the LA the vinyl ether is rapidly con-
sumed while no further conversion of the (meth)acrylate units 
occurs. The observed molecular weights correspond to theoret-
ical values if one TCT compound initiates one polymer chain, 
indicating that control over these polymerizations is exerted by 
these species. It is postulated that activation occurs via coordi-
nation of the LA to the thiocarbonyl (C = S) moiety, releasing 
the R-group as an active carbocation (Figure  1 b(iii)). A dynamic 
equilibrium is therefore established between these species to 
allow effective control over the chain-growth polymerization 
process. It was observed that to be effective in the cationic 
polymerization the fragmenting group of the TCT compound 
must be vinyl ether-derived. This can be accomplished via the 
synthesis of a unique TCT for this purpose, or alternatively by 
the copolymerization of a (meth)acrylate with an excess of vinyl 
ethyl monomer using a traditional RAFT agent, thereby trans-
forming the end group (i.e., the fragmenting species) into a 
short poly(vinyl ether) segment. 

 Interconvertible systems with dual cationic and radical 
propagation mechanisms were subsequently investigated for 
a series of vinyl ether-derived TCTs. [ 10b ]  These were shown to 
facilitate the copolymerization of two monomers with vastly 
different reactivity profi les through a dual activation mecha-
nism, allowing for the synthesis of copolymers that were previ-
ously inaccessible. The structure of the TCT Z-group, as well 
as the choice of LA and the (co)monomers strongly affects the 
number of times the mechanism was ‘interconverted’ during 
a typical chain growth. This directly alters the segment length 
of each monomer-type during the copolymerization, imparting 
different glass transition temperature behaviors. 

 Using a different approach, Kamigaito et al. also demon-
strated the controlled synthesis of poly(vinyl ether) using a 
strong Bronsted-Lowry organic acid (trifl ic acid—CF 3 SO 3 H or 
TfOH) as an initiator, and a suitable TCT compound as a medi-
ating agent. [ 11 ]  The ability of the TCT compound to act via the 
degenerative addition-fragmentation of  cationic  species, and to 
therefore undergo a RAFT mechanism, was demonstrated for 
the fi rst time (see Figure  1 b(iii)), whereas the previous LA-cat-
alysed systems are assumed to predominantly occur via revers-
ible activation (although some contribution from cationic RAFT 
cannot be ruled out). [ 11 ]  This technique can provide a metal-free 
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pathway which may be benefi cial for applications where 
metal contamination is undesirable (e.g., bio-, food or optical 
applications). A similar approach was reported by Sugihara 
et al., where an HCl+Et 2 O adduct was employed for the activa-
tion of a cationic polymerization. [ 27 ]  However, in this study an 
oxygen-ester was demonstrated to give the same results as the 
thio-ester, suggesting that the mechanism proceeds primarily 
through a Lewis acid-type reversible activation rather than a 
cationic RAFT mechanism.  

  5.     Applications 

 With each of these new chemistries involving TCT compounds 
there exists a range of possibilities regarding their expansion in 
versatility and effi ciency. For example, Boyer et al. have already 
diversifi ed greatly the range of photoredox catalysts that can be 
employed for the PET-RAFT system, while one can imagine a 
similar expansion in the range of (functional) TCTs and mono-
mers in the future. These systems also open new routes to 
advanced materials and novel structures that may be of interest 
for a variety of polymer-based technologies ( Figure    3  ). For 
example, the Qiao group have demonstrated the use of direct 
photoactivation of TCTs to synthesize star polymer nanoparticles 
in a high yielding one-pot synthesis (Figure  3 a). [ 28 ]  The excel-
lent chemical fi delity of the resulting polymers was exemplifi ed 
by the synthesis of miktoarm stars via the “in–out” approach. 
Kinetic investigations of the TCT photopolymerization indicated 

a 95% re-initiation effi ciency, thereby ensuring that the second 
generation of arms were roughly equivalent in number to the 
fi rst. The Boyer group have also reported the synthesis of poly-
meric assemblies using the PET-RAFT system via a polymer-
ization-induced self-assembly (PISA) process (Figure  3 b). [ 29 ]  
Multiple morphologies, including spherical micelles, worm-like 
micelles, and vesicles, were observed. Importantly, highly pure 
worm-like micelles were readily isolated due to the formation of 
highly viscous gels. More recently, the successful implementa-
tion of PET-RAFT in aqueous miniemulsion afforded a greener 
approach to prepare polymeric materials. [ 30 ]  The high “living-
ness” of the systems described above also lend themselves well 
to the synthesis of (multi)block copolymers via an in situ chain 
extension approach (Figure  3 c). This has been demonstrated 
using radical photopolymerization, [ 8f,9a,26 ]  and by switching 
between radical and ionic propagation mechanisms, [ 10 ]  allowing 
for the synthesis of a range of complex and functional multi-
block copolymers.Johnson et al. demonstrated the ease with 
which the photopolymerization of TCTs can be transferred into 
a continuous fl ow reactor setup by using direct UV activation 
(Figure  3 d). [ 31 ]  They report a four-fold increase in reaction rate 
compared with analogous batch reactions due to the change in 
reactor geometry, with a high surface-to-volume ratio allowing 
for more effi cient irradiation, mixing, and heat/mass transfer 
in the fl ow system. These benefi ts apply more generally to all 
photo-RDRP techniques, [ 32 ]  however the inherent benefi t of 
the homogeneous, catalyst and initiator-free reaction mixture 

 Figure 3.    Application of photopolymerization techniques. a) Star polymer nanoparticles via linear macroinitiator growth followed by one-pot sequential 
addition of cross-linker to form stars and further monomer to afford 2nd generation of star arms. b) Polymer nanoparticles of various morphologies 
formed by polymerization-induced self-assembly (PISA) using PET-RAFT. c) The synthesis of multiblock copolymers via a one-pot in situ chain extension 
approach. d) Polymerization in a continuous fl ow reactor using direct UV photoactivation of thiocarbonylthio compounds.
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means that in the system of Jonhson et al. the only species 
entering the fl ow reactor are the monomer and the TCT, while 
the only species exiting the reactor are the polymer product and 
any unreacted monomer, allowing for simple and scalable col-
lection and purifi cation protocols.   

  6.     Conclusions 

 The versatility of organic sulphur compounds, and in particular 
TCTs, for chemical transformations and polymerization reac-
tions is rapidly expanding. For polymerizations, the activation 
of these species through direct photoexcitation, photoredox 
catalysis, and acid activation have been shown to provide 
exemplary pathways towards well-defi ned polymers with high 
chemical fi delity provided that the conditions and reagents are 
selected appropriately so as to optimize the desired reaction 
pathway. We believe that these TCT-based techniques offer fur-
ther unexplored potential for expansion and refi nement, and 
may bring about access to new and high-value polymer-based 
technologies. During the preparation of this manuscript, two 
comprehensive reviews regarding photopolymerization systems 
were published by the groups of Johnson [ 33 ]  and Yagci [ 34 ] , which 
may be of interest to the reader.  

  Acknowledgements 
 G.G.Q. and C.B. acknowledge fi nancial support from the Australian 
Research Council via the Future Fellowship scheme (FT110100411 
and FT12010096, respectively). T.G.M. is the recipient of an Australian 
Postgraduate Award (APA). M.U. acknowledges support from the 
Program for Leading Graduate Schools “Integrative Graduate Education 
and Research Program in Green Natural Sciences”. K.S. acknowledges 
support from the Japan Society of Science via Grant-in-Aid for Scientifi c 
Research (A) (No. 26248032).   

Received:  December 3, 2015 
Revised:  February 12, 2016  

Published online: May 17, 2016    

[1]     T.    Otsu  ,   M.    Yoshida  ,   T.    Tazaki  ,  Die Makromol. Chem., Rap. Commun.   
 1982 ,  3 ,  133 .  

[2]     A. D.    Jenkins  ,   R. G.    Jones  ,   G.    Moad  ,  Pure Appl. Chem.    2010 , 
 82 ,  483 .  

[3]     D. A.    Shipp  ,  J. Macromol. Sci. C    2005 ,  45 ,  171 .  
[4]     T.    Otsu  ,   A.    Kuriyama  ,  J. Macromol. Sci. A    1984 ,  21 ,  961 .  
[5]     J.    Chiefari  ,   Y.    Chong  ,   F.    Ercole  ,   J.    Krstina  ,   J.    Jeffery  ,   T. P.    Le  , 

  R. T.    Mayadunne  ,   G. F.    Meijs  ,   C. L.    Moad  ,   G.    Moad  ,   E.    Rizzardo  , 
  S. H.    Thang  ,  Macromolecules    1998 ,  31 ,  5559 .  

[6]   a)   G.    Moad  ,   E.    Rizzardo  ,   S. H.    Thang  ,  Aust. J. Chem.    2012 ,  65 ,  985 ;   
 b)   G.    Moad  ,   E.    Rizzardo  ,   S. H.    Thang  ,  Acc. Chem. Res.    2008 ,  41 , 
 1133 ;    c)   G.    Moad  ,   E.    Rizzardo  ,   S. H.    Thang  ,  Chem. Asian J    2013 ,  8 , 
 1634 ;    d)   M. R.    Hill  ,   R. N.    Carmean  ,   B. S.    Sumerlin  ,  Macromolecules   
 2015 ,  48 ,  5459 .  

[7]     G.    Moad  ,   J.    Chiefari  ,   Y. K.    Chong  ,   J.    Krstina  ,   R. T. A.    Mayadunne  , 
  A.    Postma  ,   E.    Rizzardo  ,   S. H.    Thang  ,  Polym. Int.    2000 ,  49 ,  993 .  

[8]   a)   H.    Zhou  ,   J. A.    Johnson  ,  Angew. Chem.    2013 ,  125 ,  2291 ;   
 b)   H.    Wang  ,   Q.    Li  ,   J.    Dai  ,   F.    Du  ,   H.    Zheng  ,   R.    Bai  ,  Macromolecules   
 2013 ,  46 ,  2576 ;    c)   K.    Koumura  ,   K.    Satoh  ,   M.    Kamigaito  ,  Polym. J.   
 2009 ,  41 ,  595 ;    d)   M. Y.    Khan  ,   M.-S.    Cho  ,   Y.-J.    Kwark  ,  Macromolecules   

 2014 ,  47 ,  1929 ;    e)   J.    Xu  ,   S.    Shanmugam  ,   N. A.    Corrigan  ,   C.    Boyer  , in 
 Controlled Radical Polymerization: Mechanisms ;  American Chemical 
Society    2015 ; Vol. 1187, p  247 ;    f)   T. G.    McKenzie  ,   Q.    Fu  , 
  E. H. H.    Wong  ,   D. E.    Dunstan  ,   G. G.    Qiao  ,  Macromolecules    2015 , 
 48 ,  3864 .  

[9]   a)   J.    Xu  ,   K.    Jung  ,   A.    Atme  ,   S.    Shanmugam  ,   C.    Boyer  ,  J. Am. Chem. 
Soc.    2014 ,  136 ,  5508 ;    b)   J.    Xu  ,   K.    Jung  ,   N. A.    Corrigan  ,   C.    Boyer  , 
 Chem. Sci.    2014 ,  5 ,  3568 ;    c)   S.    Shanmugam  ,   J.    Xu  ,   C.    Boyer  ,  Macro-
molecules    2014 ,  47 ,  4930 ;    d)   M.    Chen  ,   M. J.    MacLeod  ,   J. A.    Johnson  , 
 ACS Macro Lett.    2015 ,  4 ,  566 ;    e)   Q.    Fu  ,   T. G.    McKenzie  ,   S.    Tan  , 
  E.    Nam  ,   G. G.    Qiao  ,  Polym. Chem.    2015 ,  6 ,  5362 ;    f)   S.    Shanmugam  , 
  J.    Xu  ,   C.    Boyer  ,  Chem. Sci.    2015 ,  6 ,  1341 ;    g)   S.    Shanmugam  , 
  J.    Xu  ,   C.    Boyer  ,  J. Am. Chem. Soc.    2015 ,  137 ,  9174 ;    h)   J.    Xu  , 
  S.    Shanmugam  ,   H. T.    Duong  ,   C.    Boyer  ,  Polym. Chem.    2015 ,  6 ,  5615 ;   
 i)   J.    Xu  ,   S.    Shanmugam  ,   C.    Boyer  ,  ACS Macro Lett.    2015 ,  4 ,  926 .  

[10]   a)   S.    Kumagai  ,   K.    Nagai  ,   K.    Satoh  ,   M.    Kamigaito  ,  Macro-
molecules    2010 ,  43 ,  7523 ;    b)   H.    Aoshima  ,   M.    Uchiyama  ,   K.    Satoh  , 
  M.    Kamigaito  ,  Angew. Chem. Int. Ed.    2014 ,  53 ,  10932 .  

[11]     M.    Uchiyama  ,   K.    Satoh  ,   M.    Kamigaito  ,  Angew. Chem. Int. Ed.    2015 , 
 54 ,  1924 .  

[12]     T.    Otsu  ,  J. Polym. Sci. A Polym. Chem.    2000 ,  38 ,  2121 .  
[13]   a)   J. D.    Coyle  ,  Chem. Soc. Rev.    1975 ,  4 ,  523 ;    b)   J. D.    Coyle  ,  Tetrahe-

dron    1985 ,  41 ,  5393 .  
[14]   a)   R. K.    Bai  ,   Y. Z.    You  ,   C. Y.    Pan  ,  Macromol. Rapid Commun.    2001 , 

 22 ,  315 ;    b)   C.    Barner-Kowollik  ,   P.    Vana  ,   J. F.    Quinn  ,   T. P.    Davis  , 
 J. Polym. Sci. A Polym. Chem.    2002 ,  40 ,  1058 ;    c)   P.-E.    Millard  , 
  L.    Barner  ,   M. H.    Stenzel  ,   T. P.    Davis  ,   T. C.    Barner-Kowollik  , 
  A. H. E.    Müller  ,  Macromol. Rapid Commun.    2006 ,  27 ,  821 ;   
 d)   P.-E.    Millard  ,   L.    Barner  ,   J.    Reinhardt  ,   M. R.    Buchmeiser  , 
  C.    Barner-Kowollik  ,   A. H. E.    Müller  ,  Polymer    2010 ,  51 ,  4319 ;   
 e)   J. F.    Quinn  ,   L.    Barner  ,   E.    Rizzardo  ,   T. P.    Davis  ,  J. Polym. 
Sci. A Polym. Chem.    2002 ,  40 ,  19 ;    f)   L.    Barner  ,   J. F.    Quinn  , 
  C.    Barner-Kowollik  ,   P.    Vana  ,   T. P.    Davis  ,  Eur. Polym. J.    2003 ,  39 ,  449 ;    
g)   J. F.    Quinn  ,   L.    Barner  ,   T. P.    Davis  ,   S. H.    Thang  ,   E.    Rizzardo  ,  Mac-
romol. Rapid Commun.    2002 ,  23 ,  717 .  

[15]     J. F.    Quinn  ,   T. P.    Davis  ,   L.    Barner  ,   C.    Barner-Kowollik  ,  Polymer    2007 , 
 48 ,  6467 .  

[16]   a)   J. F.    Quinn  ,   L.    Barner  ,   C.    Barner-Kowollik  ,   E.    Rizzardo  , 
  T. P.    Davis  ,  Macromolecules    2002 ,  35 ,  7620 ;    b)   Y.-Z    You  ,   C.-Y.    Hong  , 
  R.-K.    Bai  ,   C.-Y.    Pan  ,   J.    Wang  ,  Macromol. Chem. Phys.    2002 ,  203 ,  477 ;   
 c)   S.    Muthukrishnan  ,   E. H.    Pan  ,   M. H.    Stenzel  ,   C.    Barner-Kowollik  , 
  T. P.    Davis  ,   D.    Lewis  ,   L.    Barner  ,  Macromolecules    2007 ,  40 ,  2978 .  

[17]     L.    Lu  ,   N.    Yang  ,   Y.    Cai  ,  Chem. Commun.    2005 ,  5287 .  
[18]     C. Y.    Hong  ,   Y. Z.    You  ,   R. K.    Bai  ,   C. Y.    Pan  ,   G.    Borjihan  ,  J. Polym. Sci. 

A Polym. Chem.    2001 ,  39 ,  3934 .  
[19]   a)   L.    Lu  ,   H.    Zhang  ,   N.    Yang  ,   Y.    Cai  ,  Macromolecules    2006 ,  39 ,  3770 ;   

 b)   H.    Zhang  ,   J.    Deng  ,   L.    Lu  ,   Y.    Cai  ,  Macromolecules    2007 ,  40 ,  9252 ;   
 c)   W.    Jiang  ,   L.    Lu  ,   Y.    Cai  ,  Macromol. Rapid Commun.    2007 ,  28 , 
 725 ;    d)   Y.    Shi  ,   H.    Gao  ,   L.    Lu  ,   Y.    Cai  ,  Chem. Commun.    2009 ,  1368 ;   
 e)   Y.    Shi  ,   G.    Liu  ,   H.    Gao  ,   L.    Lu  ,   Y.    Cai  ,  Macromolecules    2009 ,  42 , 
 3917 .  

[20]     F.    Denes  ,   M.    Pichowicz  ,   G.    Povie  ,   P.    Renaud  ,  Chem. Rev.    2014 ,  114 , 
 2587 .  

[21]     C.    Ding  ,   C.    Fan  ,   G.    Jiang  ,   X.    Pan  ,   Z.    Zhang  ,   J.    Zhu  ,   X.    Zhu  , 
 Macromol. Rap. Commun.    2015 ,  36 ,  2181 .  

[22]     J.    Xu  ,   S.    Shanmugam  ,   C.    Fu  ,   C.    Boyer  ,  J. Am. Chem. Soc.    2016 ,  138 , 
 3094 .  

[23]   a)   T. P.    Yoon  ,   M. A.    Ischay  ,   J.    Du  ,  Nat. Chem.    2010 ,  2 ,  527 ;   
 b)   J. M.    Narayanam  ,   C. R.    Stephenson  ,  Chem. Soc. Rev.    2011 ,  40 , 
 102 .  

[24]     Q.    Fu  ,   T. G.    McKenzie  ,   J. M.    Ren  ,   S.    Tan  ,   E.    Nam  ,   G. G.    Qiao  ,  Sci. 
Rep.    2016 ,  6 ,  20779 .  

[25]     S.    Shanmugam  ,   J.    Xu  ,   C.    Boyer  ,  Angew. Chem. Int. Ed.    2016 ,  55 , 
 1036 .  



(9 of 9) 1500394wileyonlinelibrary.com© 2016 The Authors. Published by WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim

R
ES

EA
R
C
H
 N

EW
S

[26]     S.    Shanmugam  ,   C.    Boyer  ,  J. Am. Chem. Soc.    2015 ,  137 ,  9988 .  
[27]     S.    Sugihara  ,   N.    Konegawa  ,   Y.    Maeda  ,  Macromolecules    2015 ,  48 , 

 5120 .  
[28]     T. G.    McKenzie  ,   E. H. H.    Wong  ,   Q.    Fu  ,   A.    Sulistio  ,   D. E.    Dunstan  , 

  G. G.    Qiao  ,  ACS Macro Lett.    2015 ,  4 ,  1012 .  
[29]     J.    Yeow  ,   J.    Xu  ,   C.    Boyer  ,  ACS Macro Lett.    2015 ,  4 ,  984 .  
[30]     K.    Jung  ,   J.    Xu  ,   P. B.    Zetterlund  ,   C.    Boyer  ,  ACS Macro Lett.    2015 ,  4 ,  1139 .  

[31]     M.    Chen  ,   J. A.    Johnson  ,  Chem. Commun.    2015 ,  51 ,  6742 .  
[32]     T.    Junkers  ,   B.    Wenn  ,  React. Chem. Eng.    2016 , DOI:  10.1039/

C5RE00042D .  
[33]     M.    Chen  ,   M.    Zhong  ,   J. A.    Johnson  ,  Chem. Rev.    2016 , DOI:  10.1021/

acs.chemrev.5b00671 .  
[34]     S.    Dadashi-Silab  ,   S.    Doran  ,   Y.    Yagci  ,  Chem. Rev.    2016 , DOI:  10.1021/

acs.chemrev.5b00586 .   

www.MaterialsViews.com
www.advancedscience.com

Adv. Sci. 2016, 3, 1500394



Minerva Access is the Institutional Repository of The University of Melbourne

Author/s:
McKenzie, TG;Fu, Q;Uchiyama, M;Satoh, K;Xu, J;Boyer, C;Kamigaito, M;Qiao, GG

Title:
Beyond Traditional RAFT: Alternative Activation of Thiocarbonylthio Compounds for
Controlled Polymerization

Date:
2016-09-01

Citation:
McKenzie, T. G., Fu, Q., Uchiyama, M., Satoh, K., Xu, J., Boyer, C., Kamigaito, M. & Qiao, G.
G. (2016). Beyond Traditional RAFT: Alternative Activation of Thiocarbonylthio Compounds
for Controlled Polymerization. ADVANCED SCIENCE, 3 (9), https://doi.org/10.1002/
advs.201500394.

Persistent Link:
http://hdl.handle.net/11343/118337

License:
CC BY

http://hdl.handle.net/11343/118337
CC%20BY



