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Particle engineering enabled by polyphenol-
mediated supramolecular networks
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Jingqu Chen1, Gan Lin1, Joseph J. Richardson 1, Irene Yarovsky 2 & Frank Caruso 1✉

We report a facile strategy for engineering diverse particles based on the supramolecular

assembly of natural polyphenols and a self-polymerizable aromatic dithiol. In aqueous con-

ditions, uniform and size-tunable supramolecular particles are assembled through π–π
interactions as mediated by polyphenols. Owing to the high binding affinity of phenolic motifs

present at the surface, these particles allow for the subsequent deposition of various

materials (i.e., organic, inorganic, and hybrid components), producing a variety of mono-

disperse functional particles. Moreover, the solvent-dependent disassembly of the supra-

molecular networks enables their removal, generating a wide range of corresponding hollow

structures including capsules and yolk–shell structures. The versatility of these supramole-

cular networks, combined with their negligible cytotoxicity provides a pathway for the rational

design of a range of particle systems (including core–shell, hollow, and yolk–shell) with

potential in biomedical and environmental applications.

https://doi.org/10.1038/s41467-020-18589-0 OPEN

1 ARC Centre of Excellence in Convergent Bio-Nano Science and Technology, and the Department of Chemical Engineering, The University of Melbourne,
Parkville, VIC 3010, Australia. 2 School of Engineering, RMIT University, Melbourne, VIC 3001, Australia. ✉email: fcaruso@unimelb.edu.au

NATURE COMMUNICATIONS |         (2020) 11:4804 | https://doi.org/10.1038/s41467-020-18589-0 | www.nature.com/naturecommunications 1

12
34

56
78

9
0
()
:,;

http://crossmark.crossref.org/dialog/?doi=10.1038/s41467-020-18589-0&domain=pdf
http://crossmark.crossref.org/dialog/?doi=10.1038/s41467-020-18589-0&domain=pdf
http://crossmark.crossref.org/dialog/?doi=10.1038/s41467-020-18589-0&domain=pdf
http://crossmark.crossref.org/dialog/?doi=10.1038/s41467-020-18589-0&domain=pdf
http://orcid.org/0000-0001-5203-4737
http://orcid.org/0000-0001-5203-4737
http://orcid.org/0000-0001-5203-4737
http://orcid.org/0000-0001-5203-4737
http://orcid.org/0000-0001-5203-4737
http://orcid.org/0000-0001-9372-3424
http://orcid.org/0000-0001-9372-3424
http://orcid.org/0000-0001-9372-3424
http://orcid.org/0000-0001-9372-3424
http://orcid.org/0000-0001-9372-3424
http://orcid.org/0000-0001-6370-2470
http://orcid.org/0000-0001-6370-2470
http://orcid.org/0000-0001-6370-2470
http://orcid.org/0000-0001-6370-2470
http://orcid.org/0000-0001-6370-2470
http://orcid.org/0000-0003-0103-1207
http://orcid.org/0000-0003-0103-1207
http://orcid.org/0000-0003-0103-1207
http://orcid.org/0000-0003-0103-1207
http://orcid.org/0000-0003-0103-1207
http://orcid.org/0000-0002-8053-7005
http://orcid.org/0000-0002-8053-7005
http://orcid.org/0000-0002-8053-7005
http://orcid.org/0000-0002-8053-7005
http://orcid.org/0000-0002-8053-7005
http://orcid.org/0000-0001-8618-4127
http://orcid.org/0000-0001-8618-4127
http://orcid.org/0000-0001-8618-4127
http://orcid.org/0000-0001-8618-4127
http://orcid.org/0000-0001-8618-4127
http://orcid.org/0000-0002-4033-5150
http://orcid.org/0000-0002-4033-5150
http://orcid.org/0000-0002-4033-5150
http://orcid.org/0000-0002-4033-5150
http://orcid.org/0000-0002-4033-5150
http://orcid.org/0000-0002-0197-497X
http://orcid.org/0000-0002-0197-497X
http://orcid.org/0000-0002-0197-497X
http://orcid.org/0000-0002-0197-497X
http://orcid.org/0000-0002-0197-497X
mailto:fcaruso@unimelb.edu.au
www.nature.com/naturecommunications
www.nature.com/naturecommunications


Monodisperse colloidal particles with tunable shape, size,
and composition show promise for biomedical, energy,
and environmental applications1–4. The conventional

toolkit for particle synthesis, including sol–gel, hydrothermal,
microemulsion, and layer-by-layer methods, affords a myriad of
functional nanoparticles and microparticles5–8. Still, simple syn-
thetic routes for fabricating particles are of widespread interest
because they afford engineered particle systems with distinct phy-
sical and chemical motifs9,10. Supramolecular complexation, which
is widespread in nature and exploits the non-covalent dynamic
interactions of simple precursors to assemble complex architectures,
provides a promising pathway for the development of advanced
materials with controlled structure and function11–13. However, this
bottom-up approach for particle engineering requires a fine balance
between the intrinsic supramolecular forces of assembly and the
subsequent interfacial and stabilizing interactions, which has been
an ongoing challenge14–16. To balance these supramolecular forces,
synthetic approaches generally require the multi-step, rigorous
synthesis of the supramolecular building blocks prior to assembly
under exacting conditions10,14,17,18. Therefore, identifying readily
available building blocks that are capable of assembling under
ambient conditions with a high-degree of structural control and
that exhibit an inherently high-binding affinity for a diverse range
of materials will provide new opportunities for engineering complex
nanostructured materials for various applications.

In this work, a versatile supramolecular complexation strategy
is presented to engineer physically and chemically diverse parti-
cles, as demonstrated by using natural polyphenols (e.g., tannic
acid, TA) and a self-polymerizable aromatic dithiol (i.e., benzene-
1,4-dithiol, BDT) (Fig. 1). Experimental work combined with
molecular dynamics (MD) simulations show that in aqueous
conditions, the presence of polyphenols facilitates the controlled
self-assembly of polymerized BDT (pBDT) via π–π interactions,
producing surface TA-stabilized pBDT supramolecular particles
(pBDT–TA) ranging in size from ~50 to 650 nm. The pBDT–TA
particles are colloidally stable in a range of aqueous environments
(e.g., high salt, highly acidic, and alkaline environments) but can
disassemble in organic solvents such as dimethylformamide
(DMF). The presence of polyphenols on the particle surface
facilitates the subsequent deposition of various materials (e.g.,
organic, inorganic, and hybrid) by exploiting the adherent nature
of phenolic moieties, enabling the engineering of a variety of
monodisperse particles with distinct structures (e.g., core–shell,
hollow, and yolk–shell). This generalizable approach provides a
platform for synthesizing diverse particles with structural and
compositional complexities.

Results
Synthesis of pBDT–TA supramolecular particles. The primary
advantage of the reported assembly method is that uniform,
adherent supramolecular particles can be synthesized simply by
mixing BDT and TA in bicine buffer (pH 8.5) at ambient tem-
perature. Increasing the BDT-to-TA ratio led to larger pBDT–TA
particles, as observed by atomic force microscopy (AFM) and
transmission electron microscopy (TEM) (Fig. 2a and Supple-
mentary Fig. 1). Specifically, the size of the particles increased
from 50 to 150 nm by increasing the concentration of BDT from
0.25 to 1.0 mgmL−1 while fixing the concentration of TA at
0.5 mgmL−1 (Fig. 2b). Time-dependent dynamic light-scattering
results showed that the particles started to form within 10 min
after mixing BDT and TA (Supplementary Fig. 2), after which
time they gradually continued to grow into larger pBDT–TA
particles over the next 12 h. Supramolecular particles with larger
diameters (>150 nm) were prepared by simply repeating the
assembly process around the pBDT–TA seeds (Fig. 2b and Sup-
plementary Fig. 3). In situ small-angle X-ray scattering (SAXS)
measurements revealed the kinetics of the assembly process,
wherein the minimum q shifted to lower values as the particles
grew larger in size. The form factor oscillation of the pBDT–TA
particles displayed at least five minima (Fig. 2c), which along with
dynamic light scattering data confirmed a relatively narrow size
distribution (polydispersity index (PDI) < 0.05)19.

Energy-dispersive X-ray spectroscopy (EDX) mapping and X-
ray photoelectron spectroscopy results revealed that the
pBDT–TA particles were composed of C, S, and O (Fig. 2d and
Supplementary Fig. 4). The TA composition in the supramole-
cular networks was further calculated as ~9.2 wt% based on the
mass of O. Following self-polymerization, Fourier transform
infrared spectroscopy showed the disappearance of the υS–H
stretching mode at 2559 cm−1 (Supplementary Fig. 5), indicating
linkage of the thiol groups and polymerization of BDT20. This
was also confirmed by the negligible residual BDT monomers in
the pBDT–TA particles as well as their significantly improved
thermal stability relative to that of TA or BDT (Supplementary
Figs. 6 and 7). The importance of the disulfide linkages in the
assembly process was examined using monothiol-carrying
benzene molecules (e.g., thiophenol)21; however, only irregular
aggregates were produced, as deduced from the large PDI values
(Supplementary Fig. 8). Notably, our current aqueous-based
polymerization of thiols using air as the oxidant at ambient
temperature is an environmentally friendly assembly route
compared to typical thiol polymerization reactions that proceed
under stringent conditions (Supplementary Fig. 9)22. Notably, the
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hydrophobic pBDT aggregated by itself after reaching a certain
chain length and precipitated from the solution if polyphenols are
absent (Supplementary Fig. 9).

Supramolecular interactions in the complexes. Various poly-
phenol species (i.e., gallic acid (GA), catechin (CAT), and epi-
gallocatechin gallate (EGCG)) were studied as alternatives to TA
for preparing supramolecular particles and elucidating the fun-
damental supramolecular interactions owing to their molecularly
defined nature (Supplementary Figs. 10 and 11). The absence of
new peaks or chemical shift from nuclear magnetic resonance
(NMR) spectroscopy results revealed that the polyphenol (i.e.,
GA) did not undergo any chemical changes after forming the
assemblies (Fig. 2e), indicating that the pBDT was assembled with
the phenolics via noncovalent interactions rather than covalent
bonds. Furthermore, all of the obtained particles had a surface
zeta potential ranging from −30 to −40 mV in water (Supple-
mentary Table 1), suggesting that the surface was composed
primarily of polyphenols16,23. Such pBDT–TA particles were
stable in solutions of 100 mM sodium dodecyl sulfate (SDS),
Tween 20, Triton X-100, NaCl, or urea, but could readily dis-
assemble in organic solvents such as dimethyl sulfoxide (DMSO),
tetrahydrofuran (THF), and DMF (Fig. 2f, g and Supplementary
Fig. 12). Moreover, the pBDT–TA particles remained stable in
harsh environments, such as high pH (pH 13), low pH (pH 1),
and high temperature (i.e., 100 °C) (Supplementary Fig. 13),

suggesting that π–π interactions are responsible for stabilizing the
assemblies.

Compared to other polyphenol-based supramolecular systems,
such as chelation-based nanoparticles (NPs)24, the pBDT–TA
supramolecular networks allow tailoring of particle size, and they
are stable in harsh aqueous environments (chelation-based
materials typically disassemble in acid conditions25). Thus, the
pBDT–TA particles are envisioned to provide additional
versatility and functionality for engineering NPs, while also
affording a number of opportunities for subsequent modification.

MD simulation of the assembly and disassembly of complexes.
All-atom MD simulations were used to study the growth of the
pBDT–polyphenol complexes over time and to quantify the
evolution of the radius of gyration (Rgyr) and the solvent-
accessible surface area (SASA) of the polyphenols and pBDT
complex systems (Fig. 3a, b, Supplementary Figs. 14 and 15, and
Supplementary Table 2). For these simulations, GA and CAT
were selected as representative polyphenols owing to the simpli-
city of the molecules (one and two aromatic rings, respectively)
and their use in our empirical experiments. In all-atom MD
simulations of the pBDT–CAT system, the SASA of CAT stabi-
lized at ~50% (of the total CAT SASA), whereas the SASA of the
pBDT portion approached ~100% as the complexes stabilized
within the timeframe of the simulation. MD simulations
demonstrated that pBDT mainly forms the core of the complexes
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Fig. 2 Assembly and disassembly of supramolecular pBDT–polyphenol particles. a AFM image of 100 nm pBDT–TA particles prepared from a mixture of
0.5 mgmL−1 BDT and 0.5 mgmL−1 TA. Scale bar is 500 nm. b Dynamic light-scattering data of the pBDT–TA particles with different sizes. c In situ growth
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turbidity results of the pBDT–TA particles (100 nm) in different media. The error bars represent standard deviations (n= 3).
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with the polyphenols comprising an outer layer of the particles
(Fig. 3d and Supplementary Movie 1). Cross-sectional slices taken
at different distances from the center of mass of the complex
emphasize the hydrophobic core–polyphenol shell architecture
(Fig. 3f). These results suggest that co-precipitation is a key
driving force behind assembly. The simulations further high-
lighted that the phenolic molecules can interact with BDT
through π–π stacking without compromising their ability to form
hydrogen bonds with the (aqueous or other hydrophilic) envir-
onment and among themselves (Fig. 3c, e, Supplementary Fig. 16,
and Supplementary Table 3). This explains the experimentally
observed high colloidal stability of the particles with no appre-
ciable aggregation over 6 months at room temperature (25 °C)
(Supplementary Fig. 17)—the polyphenols can provide bridging
interactions between pBDT and water. In addition, the MD
simulation showed that the π–π interactions in the simulated
complexes are easily destabilized in organic solvents (Fig. 3a, b,
and Supplementary Movie 2), as observed experimentally. Similar
assembly and disassembly behaviors were observed in the GA-
based system (Supplementary Fig. 18 and Supplementary
Table 4), indicating the generic formation mechanism for such
supramolecular networks.

Secondary coating for engineering diverse particles. Phenolic
groups, such as gallol and catechol moieties, are known to exhibit a
strong affinity with a broad range of materials via noncovalent
interactions (e.g., hydrogen bonding, π–π interactions, coordination
bonds, electrostatics)26,27. The MD simulation results, showing the
localization of the phenolic molecules at the interface of the particle
and water, suggest that the phenolic molecules on the surface could
enable further interactions with building blocks to generate com-
positionally complex core–shell particles. To validate this hypoth-
esis, various precursors (such as organic molecules, silica precursors,
and metal salts) were deposited on the pBDT–TA particles under
distinct synthetic conditions. For example, organic (e.g., poly-
dopamine, polypyrrole), inorganic (e.g., silica, Au), and hybrid
organic/inorganic (e.g., metal–phenolic network (MPN), metal–
organic framework (MOF)) materials were successfully coated on
the pBDT–TA particles (Supplementary Fig. 19), yielding a library
of monodisperse core–shell particles. Additionally, the pBDT–TA
particles can serve as sacrificial templates to generate hollow parti-
cles when the coated particles are immersed in DMF (Fig. 4). The
low S signal in EDX indicated that the complexes were successfully
removed during the disassembly process, and the defined voids in
the high-angle annular dark-field-scanning transmission electron
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microscopy (HAADF-STEM) images matched the size of the ori-
ginal pBDT–TA particles (Fig. 4d, f, and Supplementary Fig. 20).
Importantly, the resultant shells retained the inherent properties of
the coating material (e.g., crystal structure), suggesting that the mild
removal process did not significantly damage the coating material
(Supplementary Fig. 21). Hollow particles with different structural
parameters (e.g., shell thickness (15–25 nm) and inner diameter
(100–200 nm)) were also prepared using the present pBDT–TA-
mediated strategy (Supplementary Figs. 22 and 23).

These supramolecular networks can be applied as colorless
coatings to modify a wide variety of macroscopic substrates (such
as polydimethylsiloxane, glass, Au, and stainless steel mesh)
(Supplementary Figs. 24–27). Furthermore, they can be applied
to nanoscale substrates (such as AuNPs and iron oxide (IO) NPs)
(Supplementary Fig. 28). Owing to the characteristic localized
surface plasmon resonance (LSPR) feature of AuNPs, the successful
coating on AuNPs was also validated by UV–vis spectra—a red
shift of the LSPR from 535 nm (AuNPs) to more than 600 nm
(Supplementary Fig. 29) was observed. The combination of the
graft to and graft from properties of BDT–TA complexes can
afford the possibility of generating yolk–shell structures. As a proof
of concept, by using pBDT–TA as both a coating (on AuNPs) and
a removable template (for polydopamine), yolk–shell structures
with structural complexity were readily engineered (Fig. 4g and
Supplementary Fig. 30). The obtained yolk–shell particles were
therefore used as dark-field imaging probes due to the enhanced
scattering signals (Fig. 4h)28. Notably, the pBDT–TA particles
showed negligible cytotoxicity (Supplementary Fig. 31, Supple-
mentary Methods), suggesting their potential for biomedical and
environmental applications29,30.

We have developed a versatile supramolecular complex-enabled
strategy for the synthesis of a variety of particles. Central to this
general and robust pathway is the facile assembly and disassembly
of pBDT–TA complexes. The adhesive nature of polyphenols
allows for the growth of various coating materials on pBDT–TA.
Importantly, the pBDT–TA complexes showed negligible cyto-
toxicity. We anticipate that this interface engineering platform will

underpin the development of a wide range of intricate nanos-
tructures including core–shell, hollow, yolk–shell, and onion-like
particles, where the resultant particles can serve as model systems
for fundamental research in nanoscience and open up new avenues
in diverse applications.

Methods
Synthesis of pBDT–TA particles. For the synthesis of pBDT–TA particles of
100 nm, 1.5 mL TA solution (4 mgmL−1 in water) was first added to 12 mL bicine
buffer (pH 8.5, 10 mM). After vigorous stirring for 10 min, 1.5 mL BDT solution
(4 mgmL−1 in DMSO) was added to the above solution. The reaction was stirred
for 12 h. Then, the resulting particles were purified by centrifugation (10,000 × g,
10 min) twice to remove the excess complexes. The pellet was resuspended in water
for future use. The size of the particles could be tuned from 50 to 150 nm by
varying the concentration of BDT from 0.25 to 1.0 mg mL−1 while fixing the
concentration of TA at 0.5 mg mL−1.

Seed-mediated growth of pBDT–TA particles of large diameters. For the
synthesis of large pBDT–TA particles (e.g., 200 nm), 100 µL of the smaller
pBDT–TA particles (100 nm) was added to 12 mL bicine buffer (pH 8.5, 10 mM)
under stirring. Then, 1.5 mL TA solution (4 mgmL−1 in water) was added, fol-
lowed by dropwise addition of 1.5 mL BDT solution (4 mgmL−1 in DMSO). After
reaction for 12 h, the resulting large pBDT–TA particles were purified by cen-
trifugation (8000 × g, 10 min) twice to remove excess complexes. The pellet was
resuspended in water for future use. For the synthesis of larger pBDT–TA particles
(>200 nm), multiple assembly steps were performed to achieve the required
particle size.

Synthesis of particles using different polyphenols. Typically, 1.5 mL polyphenol
solution (4 mgmL−1 in water) was first added to 12 mL bicine buffer (pH 8.5,
10 mM). After vigorous stirring for 10 min, 1.5 mL BDT solution (4 mgmL−1 in
DMSO) was added to the above solution. The solution was stirred for 12 h. Four
different types of polyphenols, namely, TA, GA, CAT, and EGCG, were used to
prepare the supramolecular particles.

Synthesis of particles using different thiol-carrying benzene molecules.
Typically, 1.5 mL TA solution (4 mgmL−1 in water) was first added to 12 mL
bicine buffer (pH 8.5, 10 mM). After vigorous stirring for 10 min, a solution of
thiol-carrying benzene molecules (4 mgmL−1 in DMSO) was added to the above
solution. The solution was stirred for 12 h. In this experiment, four different types
of thiol-carrying benzene molecules, namely, BDT, thiophenol, 4-mercaptobenzoic
acid, and 4-aminothiophenol, were used to prepare the complexes.
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Fig. 4 Synthesis of hollow particles using sacrificial pBDT–TA particles. a–f TEM images of hollow structures after removal of the pBDT–TA core.
Insets in d and f are HAADF-STEM images of representative hollow particles and their corresponding EDX mapping results. g TEM image of
AuNP@polydopamine yolk–shell NPs. h Dark-field images of 50 nm AuNPs and AuNP@polydopamine yolk–shell NPs. Scale bars are 100 nm (a–g main
images and insets) and 10 µm h.
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Stability of pBDT–TA particles in different solvents. Typically, pBDT–TA
particles were dissolved in 1.6 mL 100 mM SDS, 100 mM Triton X-100, 100 mM
Tween-20, 100 mM NaCl, 100 mM urea, DMSO, THF, or DMF. The solution was
vigorously mixed by a vortex mixer for 5 s and then incubated for 1 h. The turbidity
was recorded by an Analytik Jena SPECORD 250 instrument. The extinction
spectra were collected from 400 to 600 nm. To assess the stability of the particles in
solutions of Dulbecco’s phosphate-buffered saline, 100 mM NaOH, 100 mM HCl,
and under elevated temperatures (100 °C), the particles were purified by cen-
trifugation (10,000 × g, 10 min) after 1 h of incubation. Then, the size of the
particles was measured using a Malvern NANO-ZS90 Zetasizer.

Synthesis of polydopamine-coated pBDT–TA particles. Typically, 500 µL of the
concentrated pBDT–TA particles was dispersed in 10 mL bicine buffer (10 mM, pH
8.5), followed by the addition of 1.5 mL dopamine solution (4 mgmL−1 in water).
The reaction solution was stirred for 12 h and the resulting brown product was
purified by centrifugation (10,000 × g, 10 min) twice. The pellet was redispersed in
water for future use.

Synthesis of polypyrrole-coated pBDT–TA particles. Typically, 20 µL of
pBDT–TA particles was washed with water and redispersed in 600 µL water. Then,
200 µL 0.5% SDS was added to the mixture. After brief vortexing, 200 µL pyrrole
(4 mgmL−1 in water) and 100 µL ammonium persulfate were added to induce
polymerization of pyrrole on the surface of the pBDT–TA particles. The mixture
was shaken at room temperature for 12 h. The green product was purified by
centrifugation (9000 × g, 10 min) twice. The pellet was redispersed in water for
future use.

Synthesis of silica-coated pBDT–TA particles. Typically, 2.5 mL cetyl-
trimethylammonium bromide (15 mM) was dissolved in 10 mL H2O. After stirring
for 10 min, 3 mL isopropanol was added, followed by the addition of 500 µL
pBDT–TA particles in water. The mixture was stirred for 10 min. Then, 300 µL
ammonia solution (25%) was added, followed by the addition of 200 µL tetraethyl
orthosilicate (20% in methanol (MeOH)). The reaction was stirred for 12 h.
The silica-coated pBDT–TA particles were collected by centrifugation (7000 × g,
10 min). The particles were washed with MeOH twice by centrifugation/redis-
persion. The pellet was redispersed in water for future use.

Synthesis of Au-coated pBDT–TA particles. Au seeds of around 3.5 nm in
diameter were first synthesized for facilitating the growth of a Au shell. In brief,
600 µL HAuCl4·3H2O (25 mM) and 600 µL sodium citrate (25 mM) were
sequentially injected into 60 mL water. After 10 min of stirring, 900 µL freshly
prepared NaBH4 (0.2 M) was injected into the mixture. The color changed
immediately from pale yellow to reddish orange, indicating the successful synthesis
of Au seed colloids. The resultant solution was stirred for 15 min and aged in the
dark for at least 2 h prior to subsequent experiments. Note that only freshly pre-
pared Au seed colloids should be used for obtaining the Au nanoshells.

pBDT–TA particles were then surface-modified with the Au seeds prior to the
growth of the shell. In a typical synthesis, pBDT–TA particles were dispersed in
water and sonicated for at least 5 min. Under continuous sonication, a freshly
prepared Au seed solution was injected into the particle suspension. Then, the
seeded pBDT–TA particles were purified by centrifugation (9000 × g, 10 min) four
times to remove excess Au seed colloids. The obtained seeded pBDT–TA particles
were redispersed in water and were stored at 4 °C for future use.

The seeded pBDT–TA particles were used to synthesize the Au shell. Typically,
50 μL pBDT–TA particles with seeds on the surface was added to 2 mL of H2O.
After stirring for 2 min, 100 μL 2.5 mM KAuCl4 was injected, followed by the
addition of 100 μL of 0.2 M NH2OH·HCl. The color of the solution changed from
light red to brownish green immediately. The reaction solution was stirred for
2 min. After cooling, 100 μL mercaptopolyethylene glycol monomethyl ether
(5 kDa, 10 mgmL−1) was added to the solution to further stabilize the Au shell.
Finally, the product was purified by centrifugation (700 × g, 10 min).

Synthesis of MPN-coated pBDT–TA particles. The assembly of an MPN (i.e.,
FeIII–TA) coating on the particle template was based on the protocol therein with
some minor modifications31 detailed as follows. Briefly, 100 μL pBDT–TA particles
was first dispersed in 300 µL water. Then, 10 μL TA solution (24 mM) and 10 µL
FeCl3·6H2O (37 mM) were successively added to the particle suspension at room
temperature followed by brief vortexing and sonication after each addition. The pH
was raised by promptly adding 500 μL 3-(N-morpholino)propanesulfonic acid
buffer (20 mM, pH 7.4), and the solution was thoroughly vortexed for 5 min to
allow sufficient film formation and adherence. The obtained particles coated by
the MPN were washed three times with water to remove excess materials by
centrifugation (9000 × g, 10 min). During each washing step, the supernatant was
removed, and the pellet was vortexed and sonicated for 30 s to avoid particle
aggregation. The pellet was resuspended in water for future experiments.

Synthesis of MOF-coated pBDT–TA particles. Typically, 200 µL pBDT–TA
particles was dispersed in MeOH and centrifuged once to remove residual water in

the suspension. Then, 1 mL 2-methylimidazole (25 mM in MeOH) was added. The
solution was vigorously mixed by a vortex mixer for 10 s, followed by the addition
of 1 mL of Zn(NO3)2 (12.5 mM in MeOH). The mixture was shaken for 10 s and
incubated at room temperature for 12 h. The pBDT–TA particles coated by an
MOF material, i.e., zeolitic imidazolate framework-8 (ZIF-8), were collected by
centrifugation (8000 × g, 10 min) and washed three times with MeOH before
drying under vacuum overnight.

Disassembly of pBDT–TA particles to produce hollow particles. Typically,
50 µL of the pBDT–TA particles with a shell coating was incubated with 1.6 mL
DMF at 37 °C. The dispersion was shaken at 600 rpm for 12 h to complete the
disassembly of the pBDT–TA particles. The hollow particles were then collected by
centrifugation. Different hollow particles required different conditions (i.e., hollow
polydopamine (18,000 × g, 10 min), hollow polypyrrole (18,000 × g, 10 min),
hollow silica (3000 × g, 10 min), hollow Au (800 × g, 10 min), hollow MPN
(13,000 × g, 10 min), and hollow ZIF-8 (3000 × g, 10 min)).

Fabrication of pBDT–TA complex coatings on diverse substrates. Prior to use,
the poly(dimethylsiloxane), glass, Au, and stainless steel wire mesh substrates were
rinsed with water three times to obtain a clean surface. Typically, the substrate was
immersed in 12 mL bicine buffer (pH 8.5, 10 mM), followed by the sequential
addition of 1.5 mL TA solution (4 mgmL−1 in water), and 1.5 mL BDT solution
(4 mgmL−1 in DMSO). After vigorous stirring for 10 min, the stirring rate was
reduced to 50 rpm. The reaction was stirred for 18 h. Then, the substrate was
washed with water three times. The substrates were coated with pBDT–TA com-
plexes twice to obtain a thicker coating so that they could be easily observed by
the naked eye.

Synthesis of AuNP@pBDT–TA core–shell particles (50 nm AuNPs). AuNPs of
50 nm in diameter were prepared using a seeded growth method32 as follows.
AuNPs (seeds) with a diameter of 20 nm were first synthesized: 5 mL sodium
citrate solution (12 mgmL−1) was injected into 50 mL boiling water solution
containing 5 mg HAuCl4 under vigorous stirring. A color change from colorless to
red was observed within 5 min. The solution was heated for another 30 min
resulting in Au seeds with a diameter of 20 nm, which were then cooled to room
temperature before further use. Then, the AuNPs of 20 nm in diameter were used
to synthesize AuNPs of 50 nm in diameter. Briefly, 50 mL water was added into a
100 mL round-bottom flask. Then, 2 mL of the seed solution (20 nm AuNPs) and
200 μL of 0.2 M NH2OH·HCl were consecutively added to this flask. Subsequently,
3 mL of 0.1 wt% HAuCl4 was added dropwise to the solution under vigorous
stirring followed by reaction for 30 min at room temperature. A gradual color
change from light red to dark red was observed. Finally, the concentration of
sodium citrate was adjusted to 1 mM. After reacting for another 2 h, the nano-
particle dispersion was stored at 4 °C for further use.

For the synthesis of AuNP@pBDT–TA with a 50 nm Au core, AuNPs (optical
density: 35) were first added to 12 mL bicine buffer (pH 8.5, 10 mM). After
vigorous stirring for 10 min, 1.5 mL TA solution (4 mgmL−1 in water) was added.
Then, 1.5 mL BDT solution (4 mgmL−1 in DMSO) was added dropwise to the
above solution. The reaction was stirred for 12 h. The solution was purified by
centrifugation (1200 × g, 10 min) to remove excess complexes. For the washing
process, the NPs were spun down by centrifugation and the supernatant was
removed. The pellet was resuspended in water for future use. The thickness of the
complexes can be tuned from 5 to 40 nm by varying the concentration of BDT
from 1 to 8 mgmL−1.

Synthesis of AuNP@pBDT–TA core–shell particles (14 nm AuNPs). AuNPs of
14 nm in diameter were prepared by citrate reduction of HAuCl4 in aqueous
phase33 as follows. Typically, sodium citrate (102 mg) in water solution (2 mL) was
rapidly injected into a boiling aqueous HAuCl4 solution (30 mg in 200 mL water)
under vigorous stirring. After boiling for 15 min, the solution was cooled to room
temperature.

For the synthesis of AuNP@pBDT–TA with a 14 nm Au core, AuNPs (optical
density: 20) were first added to 12 mL bicine buffer (pH 8.5, 10 mM). After
vigorous stirring for 10 min, 1.5 mL TA solution (4 mgmL−1 in water) was added.
Then, 1.5 mL BDT solution (4 mgmL−1 in DMSO) was added dropwise to the
above solution. The reaction was stirred for 12 h. The solution was purified by
centrifugation (10,000 × g, 10 min). For the washing process, the NPs were spun
down by centrifugation and the supernatant was removed. The pellet was
resuspended in water for future use.

Synthesis of IO@pBDT–TA core–shell particles. For the synthesis of
IO@pBDT–TA with an IO core, IO NPs (2 mgmL−1) were first added to 12 mL
bicine buffer (pH 8.5, 10 mM). After vigorous stirring for 10 min, 1.5 mL TA
solution (4 mgmL−1 in water) was added. Then, 1.5 mL BDT solution (4 mgmL−1

in DMSO) was added dropwise to the above solution. The reaction was stirred for
12 h. The solution was purified by centrifugation (16,000 × g, 10 min). For the
washing process, the NPs were spun down by centrifugation and the supernatant
was removed. The pellet was resuspended in water for future use.
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Synthesis of AuNP@polydopamine yolk–shell particles. Typically,
AuNP@pBDT–TA NPs were first dispersed in 12 mL bicine buffer (pH 8.5,
10 mM) under vigorous stirring. Then, 1.5 mL dopamine solution (4 mgmL−1 in
water) was added dropwise. The reaction solution was stirred for 12 h and the
product was purified by centrifugation (1200 × g, 10 min). For the washing process,
the NPs were spun down by centrifugation and the supernatant was removed. The
pellet was redispersed in water for future use. The thickness of the shell could be
modulated from 5 to 50 nm by varying the volume of the dopamine solution from
0.5 to 3.5 mL.

To obtain the yolk–shell particles, the pBDT–TA layer was dissolved by DMF.
In brief, 50 µL of the AuNP@pBDT–TA@polydopamine particles was incubated in
1.6 mL DMF at 37 °C. The solution then was shaken at 600 rpm for 12 h to allow
the pBDT–TA complexes to disassemble completely. The hollow particles were
then collected by centrifugation (2000 × g, 10 min).

Model construction. Initial conformations of the polyphenol and BDT mixtures
were randomly packed into a 3D simulation cell34 with composition and densities
indicated in Supplementary Table 2. Two polyphenols, i.e., GA and CAT, were
chosen as representative models of typical chemical structures of polyphenols (e.g.,
catechol and pyrogallol groups); furthermore, CAT maintains a certain level of
molecular flexibility compared to TA. Monomers (BDT1), oligomers with three
repeating units (BDT3) and six repeating units (BDT6) were chosen to study the
role of BDT polymerization in the assembly process.

The generated mixed systems were immersed in a pre-equilibrated box of water
molecules. Water molecules within 2.5 Å of either polyphenol or BDT1/BDT3/
BDT6 molecules were removed and spontaneous MD simulations performed to
model the self-assembly process as described below. Initial structures for the
disassembly simulations were taken from the final 0.5 ns of the assembly
simulations and the BDTn/polyphenol aggregates were inserted into a pre-
equilibrated box of either DMSO or DMF. Solvent molecules within 2.5 Å of either
polyphenol or BDTn molecules were removed. Simulations of a single GA or CAT
molecule were run for 1.1 ns to generate comparison statistics for hydrogen-
bonding analysis. All systems simulated are shown in Supplementary Table 2.

Simulations. All simulations were carried out using Forcite MD code from Biovia,
Dassault Systèmes35. The COMPASS II force field was used for all simulations36.
Nonbonded interactions were calculated using the atom-based summation method
with a cutoff radius of 12.5 Å, a spline width of 2.5 Å, and a buffer width of 1.0 Å. A
long-range vdW tail correction was applied for nonbonded interactions longer than
the cutoff radius. Long-range electrostatic interactions were calculated using the
particle-mesh Ewald method. The conjugate gradient algorithm was used for
energy minimization, with an energy convergence criterion of 0.01 kcal mol−1 Å−1.
For MD procedures, a 1.0 fs time step was used for the simulation of the NPT
ensemble, using the Nose thermostat to control the temperature at 298 K and the
Berendsen barostat to control pressure at 1 atm37,38. System coordinates were
output every 1 ps. Assembly simulations were performed for 2.5–12 ns until stable
aggregates were observed. Cross-sectional slices were taken in 1 nm increments
from the center of mass of the complex after 10 ns. Disassembly simulations were
performed between 3 and up to ~10 ns until the disassembly became evident.
Statistical analysis was performed over the final 0.5 ns of the self-assembly trajec-
tories to produce property distributions and averages.

Analysis. Aggregate data were determined using a distance criterion between non-
hydrogen atoms in BDT molecules. A BDT molecule is defined to be in an
aggregate if a non-hydrogen atom of the molecule is within 0.4 nm of another BDT
molecule in the aggregate.

Angle against distance population distributions were generated over the final
0.5 ns for each of the assembly simulations. The angle between the two aromatic
rings was calculated as the angle between the two planes that the aromatic rings lie
in. The atoms used to define the planes are shown in Supplementary Fig. 16. The
distance between two aromatic rings was calculated as the distance between the
centers of mass of the atoms used to define the plane of the aromatic rings. Owing
to the two aromatic rings present in CAT, distributions are separated into CAT1→
BDT, where CAT1 is the aromatic ring in each CAT closest to a BDT ring (for each
CAT molecule this can either be CATR1 or CATR2), and CAT2→ BDT, where
CAT2 is the other aromatic ring for each catechin molecule.

Data availability
The authors declare that the data supporting the findings in this study are available in the
paper and its supplementary information files. Additional data related to this paper that
further support the findings of this study are available from the corresponding author
upon reasonable request.

Received: 10 June 2020; Accepted: 27 August 2020;

References
1. Heuer-Jungemann et al. The role of ligands in the chemical synthesis and

applications of inorganic nanoparticles. Chem. Rev. 119, 4819–4880 (2019).
2. Bollhorst, T., Rezwan, K. & Maas, M. Colloidal capsules: nano- and

microcapsules with colloidal particle shells. Chem. Soc. Rev. 46, 2091–2126
(2017).

3. Cui, J. W., Richardson, J. J., Bjornmalm, M., Faria, M. & Caruso, F.
Nanoengineered templated polymer particles: navigating the biological realm.
Acc. Chem. Res. 49, 1139–1148 (2016).

4. Shen et al. Ordered macro-microporous metal-organic framework single
crystals. Science 359, 206–210 (2018).

5. Danks, A. E., Hall, S. R. & Schnepp, Z. The evolution of “sol–gel” chemistry as
a technique for materials synthesis. Mater. Horiz. 3, 91–112 (2016).

6. Darr, J. A., Zhang, J. Y., Makwana, N. M. & Weng, X. L. Continuous
hydrothermal synthesis of inorganic nanoparticles: applications and future
directions. Chem. Rev. 117, 11125–11238 (2017).

7. Jennings, J., He, G., Howdle, S. M. & Zetterlund, P. B. Block copolymer
synthesis by controlled/living radical polymerisation in heterogeneous
systems. Chem. Soc. Rev. 45, 5055–5084 (2016).

8. Richardson, J. J., Bjornmalm, M. & Caruso, F. Technology-driven layer-by-
layer assembly of nanofilms. Science 348, aaa2491 (2015).

9. Lu, D. R. et al. Functional macromolecule-enabled colloidal synthesis: from
nanoparticle engineering to multifunctionality. Adv. Mater. 31, 1902733
(2019).

10. Pang, X. C., He, Y. J., Jung, J. H. & Lin, Z. Q. 1D nanocrystals with precisely
controlled dimensions, compositions, and architectures. Science 353,
1268–1272 (2016).

11. Tu, Y. F. et al. Mimicking the cell: bio-inspired functions of supramolecular
assemblies. Chem. Rev. 116, 2023–2078 (2016).

12. Freeman, R. et al. Reversible self-assembly of superstructured networks.
Science 362, 808–813 (2018).

13. Gilroy, J. B. et al. Monodisperse cylindrical micelles by crystallization-driven
living self-assembly. Nat. Chem. 2, 566–570 (2010).

14. Vantomme, G. & Meijer, E. W. The construction of supramolecular systems.
Science 363, 1396–1397 (2019).

15. Liu, X. G. et al. Complex silica composite nanomaterials templated with DNA
origami. Nature 559, 593–598 (2018).

16. Ejima, H. et al. One-step assembly of coordination complexes for versatile film
and particle engineering. Science 341, 154–157 (2013).

17. Hendrikse, S. I. S. et al. Elucidating the ordering in self-assembled glycocalyx
mimicking supramolecular copolymers in water. J. Am. Chem. Soc. 141,
13877–13886 (2019).

18. Warren, N. J. & Armes, S. P. Polymerization-induced self-assembly of block
copolymer nano-objects via RAFT aqueous dispersion polymerization. J. Am.
Chem. Soc. 136, 10174 (2014).

19. Li, T., Senesi, A. J. & Lee, B. Small angle X-ray scattering for nanoparticle
research. Chem. Rev. 116, 11128–11180 (2016).

20. Feillee, N. et al. Photoinduced cross-linking of dynamic poly(disulfide) films
via thiol oxidative coupling. Macromol. Rapid Comm. 37, 155–160 (2016).

21. Carnall, J. M. A. et al. Mechanosensitive self-replication driven by self-
organization. Science 327, 1502–1506 (2010).

22. Rosenthal, E. Q., Puskas, J. E. & Wesdemiotis, C. Green polymer chemistry:
living dithiol polymerization via cyclic intermediates. Biomacromolecules 13,
154–164 (2012).

23. Shin, M., Park, E. & Lee, H. Plant-inspired pyrogallol-containing functional
materials. Adv. Funct. Mater. 29, 1903022 (2019).

24. Zhou, J. J. et al. Polyphenol-mediated assembly for particle engineering. Acc.
Chem. Res. 53, 1269–1278 (2020).

25. Chen, J. et al. Metal-phenolic coatings as a platform to trigger endosomal
escape of nanoparticles. ACS Nano 13, 11653–11664 (2019).

26. Rahim, M. A., Kristufek, S. L., Pan, S. J., Richardson, J. J. & Caruso, F. Phenolic
building blocks for the assembly of functional materials. Angew. Chem. Int.
Ed. 58, 1904–1927 (2019).

27. Wei, Q. & Haag, R. Universal polymer coatings and their representative
biomedical applications. Mater. Horiz. 2, 567–577 (2015).

28. Syed, A. M. et al. Three-dimensional imaging of transparent tissues via metal
nanoparticle labeling. J. Am. Chem. Soc. 139, 9961–9971 (2017).

29. Min, Y. Z., Caster, J. M., Eblan, M. J. & Wang, A. Z. Clinical translation of
nanomedicine. Chem. Rev. 115, 11147–11190 (2015).

30. Prieto, G. et al. Hollow nano- and microstructures as catalysts. Chem. Rev.
116, 14056–14119 (2016).

31. Bjornmalm, M. et al. Nanoengineering particles through template assembly.
Chem. Mater. 29, 289–306 (2017).

32. Zhou, J. J. et al. Polydopamine-enabled approach toward tailored plasmonic
nanogapped nanoparticles: from nanogap engineering to multifunctionality.
ACS Nano 10, 11066–11075 (2016).

NATURE COMMUNICATIONS | https://doi.org/10.1038/s41467-020-18589-0 ARTICLE

NATURE COMMUNICATIONS |         (2020) 11:4804 | https://doi.org/10.1038/s41467-020-18589-0 | www.nature.com/naturecommunications 7

www.nature.com/naturecommunications
www.nature.com/naturecommunications


33. Zhou, J. J. et al. Interfacial assembly of mussel-inspired
Au@Ag@polydopamine core–shell nanoparticles for recyclable nanocatalysts.
Adv. Mater. 26, 701–705 (2014).

34. Theodorou, N. D. & Suter, W. U. Detailed molecular structure of a vinyl
polymer glass. Macromolecules 18, 1467–1478 (1985).

35. Dassault Systèmes BIOVA. https://www.3ds.com/ (2002–2020).
36. Sun, H. et al. COMPASS II: extended coverage for polymer and drug-like

molecule databases. J. Mol. Model. 22, 47 (2016).
37. Nosé, S. A unified formulation of the constant temperature molecular

dynamics methods. J. Chem. Phys. 81, 511–519 (1984).
38. Berendsen, H. J. C., Postma, J. P. M., van Gunsteren, W. F., DiNola, A. &

Haak, J. R. Molecular dynamics with coupling to an external bath. J. Chem.
Phys. 81, 3684–3690 (1984).

Acknowledgements
We thank Ms. Y. Hu, Dr. H. Duan, Dr. D. Lu, Dr. M. Faria, and Dr. R. Lafleur for helpful
discussions. This work was performed in part at the Materials Characterisation and
Fabrication Platform (MCFP) at The University of Melbourne, the Victorian Node of the
Australian National Fabrication Facility (ANFF), and Bio21 Advanced Microscopy
Facility at The University of Melbourne. We acknowledge T. Zheng from MCFP for
assistance with AFM measurements. Part of the research experiments were performed on
the SAXS/WAXS beamline of the Australian Synchrotron, ANSTO. This research was
conducted and funded by the Australian Research Council (ARC) Centre of Excellence in
Convergent Bio-Nano Science and Technology (project number CE140100036) and the
ARC through a Discovery Project Scheme (DP170103331). F.C. acknowledges the award
of a National Health and Medical Research Council Senior Principal Research Fellowship
(GNT1135806). Computational resources were provided by the National Computational
Infrastructure (NCI; grant e87) supported by the Australian Government.

Author contributions
J.Z. and F.C. conceived the idea and designed the experiments. J.Z. conducted the major
material synthesis. J.Z. and Z.L. performed the general measurements. M.P. and I.Y.
conducted the MD simulations. J.Z., S.P., and Y.J. performed the surface coating on
planar substrates. S.L. and Y.H. helped with the disassembly experiments. J.C. assisted
with the cell experiments. G.L. conducted the XRD measurements. J.Z., J.J.R., M.P, I.Y.,

and F.C. drafted the manuscript. All authors discussed the results and commented on the
manuscript.

Competing interests
The authors declare no competing interests.

Additional information
Supplementary information is available for this paper at https://doi.org/10.1038/s41467-
020-18589-0.

Correspondence and requests for materials should be addressed to F.C.

Peer review information Nature Communications thanks the anonymous reviewers for
their contribution to the peer review of this work.

Reprints and permission information is available at http://www.nature.com/reprints

Publisher’s note Springer Nature remains neutral with regard to jurisdictional claims in
published maps and institutional affiliations.

Open Access This article is licensed under a Creative Commons
Attribution 4.0 International License, which permits use, sharing,

adaptation, distribution and reproduction in any medium or format, as long as you give
appropriate credit to the original author(s) and the source, provide a link to the Creative
Commons license, and indicate if changes were made. The images or other third party
material in this article are included in the article’s Creative Commons license, unless
indicated otherwise in a credit line to the material. If material is not included in the
article’s Creative Commons license and your intended use is not permitted by statutory
regulation or exceeds the permitted use, you will need to obtain permission directly from
the copyright holder. To view a copy of this license, visit http://creativecommons.org/
licenses/by/4.0/.

© The Author(s) 2020

ARTICLE NATURE COMMUNICATIONS | https://doi.org/10.1038/s41467-020-18589-0

8 NATURE COMMUNICATIONS |         (2020) 11:4804 | https://doi.org/10.1038/s41467-020-18589-0 | www.nature.com/naturecommunications

https://www.3ds.com/
https://doi.org/10.1038/s41467-020-18589-0
https://doi.org/10.1038/s41467-020-18589-0
http://www.nature.com/reprints
http://creativecommons.org/licenses/by/4.0/
http://creativecommons.org/licenses/by/4.0/
www.nature.com/naturecommunications


Minerva Access is the Institutional Repository of The University of Melbourne

Author/s:
Zhou, J;Lin, Z;Penna, M;Pan, S;Ju, Y;Li, S;Han, Y;Chen, J;Lin, G;Richardson, JJ;Yarovsky,
I;Caruso, F

Title:
Particle engineering enabled by polyphenol-mediated supramolecular networks.

Date:
2020-09-23

Citation:
Zhou, J., Lin, Z., Penna, M., Pan, S., Ju, Y., Li, S., Han, Y., Chen, J., Lin, G., Richardson, J.
J., Yarovsky, I. & Caruso, F. (2020). Particle engineering enabled by polyphenol-mediated
supramolecular networks.. Nature Communications, 11 (1), https://doi.org/10.1038/
s41467-020-18589-0.

Persistent Link:
http://hdl.handle.net/11343/243066

License:
CC BY

http://hdl.handle.net/11343/243066
CC%20BY

	Particle engineering enabled by polyphenol-mediated supramolecular networks
	Results
	Synthesis of pBDT–nobreakTA supramolecular particles
	Supramolecular interactions in the complexes
	MD simulation of the assembly and disassembly of complexes
	Secondary coating for engineering diverse particles

	Methods
	Synthesis of pBDT–nobreakTA particles
	Seed-mediated growth of pBDT–nobreakTA particles of large diameters
	Synthesis of particles using different polyphenols
	Synthesis of particles using different thiol-carrying benzene molecules
	Stability of pBDT–nobreakTA particles in different solvents
	Synthesis of polydopamine-coated pBDT–nobreakTA particles
	Synthesis of polypyrrole-coated pBDT–nobreakTA particles
	Synthesis of silica-coated pBDT–nobreakTA particles
	Synthesis of Au-coated pBDT–nobreakTA particles
	Synthesis of MPN-coated pBDT–nobreakTA particles
	Synthesis of MOF-coated pBDT–nobreakTA particles
	Disassembly of pBDT–nobreakTA particles to produce hollow particles
	Fabrication of pBDT–nobreakTA complex coatings on diverse substrates
	Synthesis of AuNP@pBDT–nobreakTA core–nobreakshell particles (50 nm AuNPs)
	Synthesis of AuNP@pBDT–nobreakTA core–nobreakshell particles (14 nm AuNPs)
	Synthesis of IO@pBDT–nobreakTA core–nobreakshell particles
	Synthesis of AuNP@polydopamine yolk–nobreakshell particles
	Model construction
	Simulations
	Analysis

	Data availability
	References
	Acknowledgements
	Author contributions
	Competing interests
	Additional information




