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Quantum sensors based on optically active defects in diamond such as the nitrogen vacancy (NV)
centre represent a promising platform for nanoscale sensing and imaging of magnetic, electric, tem-
perature and strain fields. Enhancing the optical interface to such defects is key to improving the
measurement sensitivity of these systems. Photonic nanostructures are often employed in the sin-
gle emitter regime for this purpose, but their applicability to widefield sensing with NV ensembles
remains largely unexplored. Here we fabricate and characterize closely-packed arrays of diamond
nanopillars, each hosting its own dense, near-surface ensemble of NV centres. We explore the optimal
geometry for diamond nanopillars hosting NV ensembles and realise enhanced spin and photolumi-
nescence properties which lead to increased measurement sensitivities (greater than a factor of 3)
when compared to unpatterned surfaces. Utilising the increased measurement sensitivity, we image
the mechanical stress tensor in each nanopillar across the arrays and show the fabrication process
has negligible impact on in-built stress compared to the unpatterned surface. Our results demon-
strate that photonic nanostructuring of the diamond surface is a viable strategy for increasing the
sensitivity of ensemble-based widefield sensing and imaging.

INTRODUCTION

Nitrogen-vacancy (NV) defect centres in diamond
are a promising system for engineering a variety of
sensors owing to their spin-dependent fluorescence and
room-temperature quantum coherence properties [1, 2].
Single NV centres have been used to demonstrate high-
resolution sensing of a variety of quantities including
magnetic and electric fields, mechanical strain, and
temperature [3–7]. Meanwhile, ensembles of NV centres
have been employed to extend this nanoscale sensing
functionality to the regime of widefield microscopy (fig.
1 a), enabling real-space studies of electronic devices and
biological systems [8–13].

A common method applied to increase the measurement
sensitivity of NV centres is to increase the photon
collection efficiency, which is typically less than 5% for
NVs contained in bulk diamond [14]. This approach has
been extensively utilised for applications with single NV
centres via photonic structuring of the diamond surface
[14–22]. In addition, patterning of diamond surfaces to
increase the surface-to-volume ratio has recently been
shown to improve the sensitivity of area-averaged NMR
measurements [23], however the prospects for enhancing
the performance of widefield imaging systems remain
largely unexplored. In particular, optimal surface
geometries for imaging with near-surface ensembles of
NV centres have yet to be identified.

Here we consider a new approach for widefield imag-
ing with NV centres, coupling near-surface ensembles

to closely-packed arrays of diamond nanopillars for
enhanced sensitivity. We report the detailed characteri-
sation of discrete ensembles of near-surface NV centres
contained within the tips of diamond nanopillars (figure
1 b-d) with diameters varying from 400 nm to 1µm.
Our results demonstrate that such nanostructuring
enhances both the spin and fluorescence characteristics
of the ensembles by comparing to unstructured regions
on the same sample. We find that pillars increase
the rate of photon collection by more than an order
of magnitude without sacrificing any spin coherence
properties, yielding a sensitivity increase of more than
3 times. To illustrate the utility of this system for
widefield microscopy, we perform optically-detected
magnetic resonance (ODMR) spectral imaging (figure
1 e, f) and reconstruct the mechanical stress tensor in
the pillars with single-pillar (sub-micron) resolution.

FABRICATION AND PHOTOLUMINESCENCE
CHARACTERISATION

To quantify improvements in sensitivity, we utilize the
general scaling factor for the sensitivity of an NV spin-
readout measurement in the photon shot-noise limited
regime [24]

η ∝ 1

γC
√
εNNV T

, (1)

where γ is the gyromagnetic ratio of the NV centre, C
is the spin contrast, ε is the rate of photon collection
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FIG. 1. Widefield sensing with arrays of nanopillar hosted NV ensembles. a) Widefield measurement setup, consisting
of 532nm laser excitation onto a diamond sample, and collection of NV emissions into an sCMOS camera. Microwave (MW)
excitation is provided to the NV centres for magnetic resonance measurements through an omega-shaped gold loop patterned
onto a glass coverslip. b) Scanning-electron micrograph of a section of a 500nm tip-diameter pillar array. c) Widefield PL
image of a section of a 600 nm tip-diameter pillar array. d) Schematic image of a single diamond nanopillar, which contains
all four possible crystallographic orientations of NV centres and funnels their emissions through the diamond substrate and
into collection optics. e) Simplified energy-level diagram of an NV centre. A 532 nm laser non-resonantly excites the NV from
the ground to the excited state via a spin-conserving transition, while microwave-frequency excitation induces transitions into
the magnetic sublevels of the ground state. Photoluminescence emission of the NV centre is reduced in these sublevels due to
an increased probability of relaxation through a non-fluorescent (spin-singlet) decay pathway. f) Optically-detected magnetic-
resonance signal obtained from a single 600 nm pillar with a magnetic field applied out of alignment with the ¡111¿ axes of the
sample. The four pairs of peaks correspond to the four orientations the NV centre can assume in the diamond lattice, with the
lower and higher frequency peaks being transitions into the |−1〉 and |+1〉 sublevels respectively. Circles are measured data
points, while the solid line is a fit comprised of eight Lorentzian peaks.

per NV centre, NNV is the number of NV centres in
the collection volume, and T is the relevant decoherence
time of the NV centres under a given sensing protocol:
T 2

∗ (intrinsic decoherence) for static field measure-
ments, T2 (decoherence under a dynamical decoupling
sequence) for measurements of oscillatory signals [24, 25].

We use a 2 mm×2 mm×150µm <100> electronic-grade
single-crystal diamond wafer synthesized by chemical
vapor deposition (Element 6) and implanted with
1013cm-2 15N ions at 6 keV (InnovIon) and annealed in
vacuum at 950◦C for 3 hours. Arrays of pillars 1.7µm
high were fabricated across areas 100µm × 100µm in
size using electron-beam lithography and an oxygen
reactive-ion etching process, with pillar tip diameters
ranging from 400 nm to 1000 nm (steps of 100 nm) and
a pillar-to-pillar pitch equal to twice the tip diameter in
all cases. Additional 300µm2 areas were masked from
etching to preserve unpatterned regions on the sample
to act as experimental controls.

Quantification of PL collection enhancement was carried
out using a custom-built scanning confocal microscope
utilising a 60× 1.40 N.A. oil-immersion lens, resulting
in a diffraction-limited spot size of 400 nm for the
532 nm CW laser used to excite the NVs. For con-
focal microscopy measurements, 55µW of excitation
power was used to pump the NV centres and PL was
measured by passing the collected emission through a
564nm long-pass dichroic mirror followed by a 690nm
band-pass filter (width of 120nm) and a 10x neutral den-
sity (ND) filter into an avalanche photodiode (APD) [26].

To determine the PL enhancement offered by our arrays
over the unpatterned surface (figure 2 a, b), we divide
the PL measured when focused optimally on a pillar by
that obtained when focused on the unpatterned surface
(figure 2 c). We find that there is a maximal increase
of roughly 11.5 times in the measured PL intensity
from NV ensembles contained in nanopillars, which is in
agreement with prior studies on the coupling of single
NV centres to similar tapered nanopillars (showing
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FIG. 2. Photoluminescence characterisation of dia-
mond nanopillars. a) Scanning confocal photoluminescence
map of an array of 800 nm pillars and b) a flat surface on the
same sample. Count rates have been corrected for the 10×
neutral density filter placed in front of the APD. c) PL count
rate increase over the flat surface for individual pillars. Error
bars are derived from standard deviations of measured count
rates. d) PL spectra obtained for the flat surface and from a
section of 400 nm tip diameter pillars. e) Estimated NV- and
NV0 component spectra extracted from measured spectra us-
ing a non-negative matrix factorization method. f) Estimated
fraction of negatively-charged NV centres as a function of pil-
lar tip diameter as computed using the spectra in panel (e).
Error bars indicate the maximum and minimum population
ratios obtained for each diameter.

a roughly 10× increase in PL) [14, 15]. However, in
contrast to single NV centres the high density of our
implanted layer results in uniform emission intensity
across the whole array, whereas significant brightness
variation from pillar to pillar often occurs in the single
or few emitter regime due to implantation statistics
and random radial placement of emitters within the
pillar [14, 22]. We find that the range of diameters from
700 nm to 900 nm is optimal for maximizing PL from
single pillars (within the range of diameters tested), but
note that the drop in collection for the 400 and 500 nm

pillars could be a result of fabrication defects related
to the resolution of our EBL system. Regardless, the
minimal variation in PL across the 700-900 nm range
of diameters implies that pillars in this range possess
considerable tolerance to fabrication irregularities.

PL spectra were measured from each pillar array and
the control area using 1 mW CW excitation at 532 nm,
where both excitation and collection were performed
from the top of the sample (ie. not through the pillars)
to minimize changes to the spectra due to wavelength-
dependent collection efficiencies in the pillars [15]. We
observe a decreased relative contribution to the spectral
region corresponding to the neutrally-charged NV
centre (NV0) (roughly 575 nm to 640 nm) on the pillars
compared to the flat surface, (figure 2 d). To quantify
this observation, we utilise a spectral decomposition
technique based on non-negative matrix factorisation
(NNMF) to find the two most-likely component spectra
that make up our entire data set (figure 2 e) [27, 28].
As expected, these components closely resemble the
emission spectra of the negative and neutrally-charged
NV centres [29]. Note that a small amount of mixing
between these two components is apparent and results
from the number of spectra fed into the NNMF al-
gorithm (82 total) - an increased number of training
spectra would yield improved estimates. Using these
component spectra, we then estimate the fraction of
negatively-charged NV centres that contribute to each
measured spectrum by scaling the (integrated) spectral
contribution of each component by the excited-state
lifetimes of their respective charge-states, taken here
to be 12 ns for NV- and 16 ns for NV0 (figure 2 f)
[30]. We find 78±2% of fluorescent NV centres on the
unpatterned surface in the NV- state, consistent with
prior observations under 532 nm excitation for single NV
centres [29], but observe a steadily increasing proportion
of NV- as tip diameter is decreased.

The change in the NV charge state (as seen in the col-
lected PL) in the pillar arrays may be explained by
one of the following effects: (i) An increase in local
laser excitation power due to reduced reflection from
the pillar tips compared to the unpatterned surface; (ii)
wavelength-dependent emission patterns due to in-plane
grating effects caused by neighbouring pillars [31], which
may change the apparent ratio of NV- to NV0; (iii) sur-
face band-bending effects, though one would expect more
NV0 with an increased surface-to-volume ratio [13]; (iv)
constrained diffusion of negative charge in the pillars, as
electrons liberated from photo-excited ensembles of NVs
and nitrogen impurities can diffuse over substantial dis-
tances and may affect NV charge-state ratios [32]. Re-
gardless of the origin of the effect, an increase in the
contribution of the NV- spectrum to the total emission
spectrum will increase the spin contrast in NV--based
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FIG. 3. Characterisation of spin properties of pillar-
hosted ensemble NV. More than 500 pillars were in-
vestigated for each diameter by widefield measure-
ment. a) Representative spin-relaxation (T1) decay curves
taken from an array of 600 nm pillars and an unstructured
surface. Dashed lines are stretched exponential fits. b) Repre-
sentative spin coherence (T2) curves measured using a Hahn-
echo pulse sequence for an array of 600nm pillars and the flat
surface. Dashed lines are exponential decay fits modulated
by a cosine function (see text). c) T1 times measured for all
fabricated pillar diameters and the flat surface. d) Exponen-
tial stretch parameters obtained from fits to T1 decay curves.
The increased values in the pillars reflect higher-frequency
local magnetic noise. e) T2 decay times measured for the dif-
ferent pillar diameters and the flat surface. f) T2* decay times
for the different pillars deduced from high-resolution ODMR
spectra. Error bars are fit uncertainties in all cases.

sensing, while a true increase in the NV- population will
also increase the number of defects available to interact
with the environment. Thus, the pillar arrays offer an ad-
ditional enhancement in measurement sensitivity via the
parameters C and NNV in Eq. 1, on top of the increase
in collection efficiency (ε).

SPIN CHARACTERISATION

To investigate the impact of the fabrication process
on the spin properties of the NV centres, widefield
measurements of spin relaxation (T1) and coherence
(Hahn-echo T2) times were performed using a home-
built widefield imaging setup (figure 1 a) [11]. T1

decay curves were fit using exponential decay functions

of the form PL(τ) ∝ exp(−( τT1
)s), where τ is the

evolution time and s is a parameter ranging from 0.5
to 1 that accounts for the distribution of T1 times
from the NV ensemble due to the local magnetic noise
environment [33]. T2 decay curves were fit using a
modulated exponential decay function of the form
PL(τ) ∝ (A−B cos (ωτ + φ)) exp(− τ

T2
), where A, B,

ω, and φ are fit to best match the coherence revivals
due to native 13C in the sample (figure 3 b). T2* was
measured from high-resolution ODMR spectra by taking
the FWHM of N15 hyperfine interaction peaks [34].

The nanopillars improved NV- T1 by approximately 60%
and T2 and T2* times by 20% compared to the unpat-
terned surface for all pillar diameters tested (figure 3 c -
e). This ensemble behaviour contrasts the typical obser-
vation that the spin properties of single NV centres are
deteriorated (or, at the very least, preserved) by the fab-
rication of nanophotonic structures [15, 22]. As the pil-
lars are expected to increase excitation intensity by focus-
ing, we do not attribute the change in T1 to inter-defect
electron tunneling during dark intervals, which should
lead to shorter measured T1 times as excitation power
increases [35]. Interestingly, the stretch parameter used
in the T1 fits shows a similar dependence to the coher-
ence times (figure 3 f), which implies a higher-frequency
magnetic noise environment for pillar-hosted NVs ver-
sus the unstructured surface [33]. We therefore suspect
that the coherence improvements result from a modifi-
cation of the charge populations and dynamics of the
near-surface defects in the pillars, which are the primary
sources of noise that limit dense (near-surface) ensemble
NV coherence times [34]. Using both the spin and photo-
luminescence enhancements reported here, the expected
improvement in ODMR sensitivity offered by the pillars
as per Eq. 1 is calculated to be 3.8±0.25 for the 800 nm
(brightest) pillars.

STRESS TENSOR IMAGING

The closely-packed nature of the pillar arrays lends them
applicability as a widefield imaging tool. By performing
ODMR spectral imaging (ie. acquiring a spectrum
for each pixel in an image) it is possible to obtain
two-dimensional images of quantities such as magnetic
field, electric field, and mechanical strain [12, 13, 36]. We
illustrate this capability on the nanostructured surface
by forming images of the stress tensor components on
our brightest pillars utilizing the method introduced
in Ref. 36. Shown in figure 4 (a) is a widefield PL
image of the area we studied, consisting of arrays with
pillar diameters of 1000nm, 900nm, 800nm, and 700nm
(clockwise from top-left), and the resulting spatial maps
of total axial stress (σaxial =

∑
σii) in these pillars are
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FIG. 4. Mapping of mechanical strain in nanopillar arrays. a) Widefield PL image showing four arrays of fluorescent
nanopillars with different diameters (clockwise from top-left, pillar diameters are 1000 nm, 900 nm, 800 nm, and 700 nm). Also
shown is the xy coordinate system used to define the stress tensor components. b) Maps of total axial stress for the four pillar
arrays. A polishing defect is visible in the 800 nm array (bottom right). c) Zoomed image of axial stress on the 900 nm pillar
array, with two representative pillars highlighted. d) Zoom of one of the 8 ODMR peaks for the two pillars highlighted in c),
showing a shift in one of the NV families of roughly 1 MHz due to strain. e), f), g) maps of shear stress tensor components
σxy, σyz, and σxz respectively. h) Standard deviations in strain measurements across the measured arrays and the unpatterned
surface. As these values are indicative of measurement noise, an improvement in shear stress sensitivity > 3 is apparent for all
pillar diameters, while there is an improvement in sensitivity to axial stress of around 2. The scale bar is 10µm in all instances.

displayed in figure 4 (b) and (c). An example of an
ODMR shift of a particular NV orientation from two
representative pillars is displayed in panel (d), which
shows an ≈2 MHz shift between the two (note: to extract
the full stress tensor we fit all eight ODMR peaks to the
NV spin Hamiltonian as outlined in ref. [36]).

We find a steady increase in the magnitude of total axial
stress as the pillar diameter is decreased. Conversely, the
three shear stress components σxy, σyz, and σxz (figure
4 e - g) show no dependence on pillar diameter but do
trend from more negative values in σxy to more positive
values in σxz. Note also that the magnitudes of total
axial as well as the three components of shear stress are
comparable to those measured for the unpatterned sur-
face, which indicates that the fabrication process has had
a minimal impact on in-built mechanical strain. We find
that the average measurement noise is lower for the pillar
arrays than for the unpatterned surface, as evidenced by
a lower standard deviation in all measured components
of stress (figure 4 h). Since the measurement times for
the pillars and the unstructured surface are the same, we

infer an increase in ODMR specral imaging sensitivity for
the different components σaxial, σxy, σyz, and σxz of 2.8,
3.3, 3.7, and 3.2, respectively. These values are consistent
with the sensitivity increases of around 3.8 predicted by
equation 1, though we suspect the somewhat lower values
result from the fact that there is a clear variation in stress
from one pillar to the next, so the standard deviations
across the pillar arrays are not purely representative of
the measurement noise floor.

CONCLUSION

In conclusion, we have fabricated and characterised
closely-packed arrays of diamond nanopillar waveguides
containing discrete, dense ensembles of NV centres. The
pillars showed more than an order-of-magnitude improve-
ment (11.5 times) in collected PL intensity over the un-
patterned surface, with little variation over the optimal
range of diameters from 700-900 nm. The fraction of
the PL spectrum belonging to the negatively-charged NV
centre was also found to increase with decreasing pillar
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diameter, and we found average increases in T1 of 60%
and in Hahn-echo T2 and T2* of 20% for pillar-hosted en-
sembles over unpatterned surfaces. These improvements
indicate that an increase in widefield measurement sensi-
tivity of at least 3.7 times can be achieved through nanos-
tructuring of the diamond surface. This comes at the cost
of spatial resolution being limited by the array pitch, but
the apparent lack of pillar size/spacing dependence on
coherence times suggests that similar results would be
obtained with pitches below the diffraction limit of NV-

emissions (100-200 nm), which would eliminate this draw-
back. Finally, we demonstrated widefield imaging of the
intrinsic stress in the pillar tips, showing that implanted
ensemble NV can be used to image the stress tensor in
diamond micro-and-nanomechanical devices. Our results
demonstrate a simple method for increasing the sensi-
tivity of widefield measurements with nitrogen-vacancy
ensembles, thereby reducing acquisition times and open-
ing up possibilities for higher-speed imaging of dynamic
magnetic, electrical, thermal, and mechanical processes
at the micro-and-nano scales.
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