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Antibacterial action of nanoparticles by lethal stretching of bacterial cell membranes
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It is commonly accepted that nanoparticles can kill bacteria; however, the mechanism of

f

antimicrobial'action remains obscure for nanoparticles that are unable to be translocated across the

bacterial cé @ rane by the passive or active processes that exist for mammalian cells. In this
study, we ate that the increase of membrane tension provoked by the adsorption of

nanoparticles s) is responsible for mechanical deformation of the membrane that leads to cell

th

rupture an uent bacterial cell death. We present a biophysical model of the NP-membrane

U

interaction eoretical model suggests that adsorbed NPs can lead to global stretching and

squeezi membrane. This general phenomenon was revealed experimentally using both

A
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model membranes and bacterial cells. Hydrophilic and hydrophobic quasi-spherical and star shaped
gold (Au)NPs were synthesised to explore the antibacterial mechanism of non-translocating AuNPs
in vitro.hrvation of nanoparticle-induced membrane tension and squeezing was realised
by a custo icrofluidic device that revealed the contraction of the model membrane
surfacegrewiaresulted in the eventual collapse of the lipid bilayer. Quasi-spherical nanoparticles
exhibited a greater bactericidal action due to a higher interactive affinity that resulted in higher
degrees of ne stretching and rupturing, as confirmed by the theoretical model. Electron
microscopm.ms were used to characterise the nanoparticle-bacterial-membrane interactions.

This comb; experimental and theoretical results confirmed the proposed mechanism of

membran -induced (mechanical) killing of bacterial cells by non-translocating NPs.

1. Introductio

Nanopamti are heavily used in biomedical, industrial, and commercial applications due to
the benefits Eted with the specific physical and chemical properties of both the bulk and the
nanoscale material. The antimicrobial activity of NPs is widely recognised, but the mechanisms of
their undesing toxicity remains unclear despite repeated attempts to establish a structure—function
relationshi n their physico-chemical properties and their interactions with biological
systems.!? take in mammalian cells is generally considered to be an active process, mediated
by endocy&is. Indeed, transport across the cell membrane and intracellular accumulation dictates
the nan“e and cytotoxicity.” The critical size for NPs non-disruptively (passively) crossing
cellular membrands is below 10 nm, irrespective of surface functionalisation,'*”! Figure 1. For this

(8,

reason, there is wly forming consensus that smaller NPs bear greater toxicity than larger ones

%1 Simil antibacterial properties of small NPs have been linked to the formation of large
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irreversible pores during their translocation across the bacterial cell membrane.™®*? At the same
time, there has been an increasing number of communications that have reported the killing of

bacteria wt NPs in the range of 80-100 nm that are unable to freely translocate across the bacterial

he mechanism of antibacterial activity of this size NP has yet to be clearly
identifie%, Pnce € variability in parameters such as concentration, dimensions, physical and

chemical prgperties, as used in different studies, have not produced consistent results.> 8

The mechano- ericidal activity of nanomaterials is a new area of research, which promises to

SC

combat ba l@dhesion, biofilm formation, and infections with comparable effectiveness to

traditional antibacferial methods.">? The emergence of antibiotic resistance in pathogenic bacteria

Ul

over the pa cades has posed a severe risk to public health? %!, Likewise, the decrease in the

1

developm antibiotics, for which bacteria have not yet developed a resistance, calls for the

development vative techniques to combat multi-drug resistance. This new route of designing

d

antibac aterials exploits nanostructure geometry to deliver deadly mechanical forces to

bacterial cells echano-bactericidal antimicrobial effect was first exhibited in nature, as a

topographical characteristic of insect wings™?" **?*! The pioneering research in this area has mostly
focused or!he synthesis of biomimetic nanopillars and nanospikes on surfaces to create mechano-
bactericida phies.?*?8 Nanostructures at the surfaces of bactericidal patterns can rupture
bacterial ce y stretching the membrane that is adsorbed on the pattern®. This mechanism
also worksfor gold-coated natural bactericidal surfaces?, showing that it is geometrical parameters

of nanoMat are key factors for this mechanism, not specific interactions or chemical

componenEe usually attributed to be responsible for the nanotoxicity of nanomaterials. The

rupture of cell mibranes under mechanical stress is an integral component of the toxicity of
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nanomaterials; however, the fundamental mechanisms by which NPs might induce mechanical

rupture of biological membranes has not yet been determined.

7

In this stume evidence of the (mechano-)bactericidal mechanism of non-translocating
NPs. Thed of a biophysical model shows that the adhesion of large, chemically inert NPs
H I

leads to inGfeased tension and consequent rupture of the bacterial cell membrane, Figure 1B. This

proposed was studied in two independent systems: a model membrane in a custom-

designed microfluidic platform, and in vitro bacterial cell experiments. (Cryo)-transmission and

scanning e icroscopy were employed to visualise the impact of spherical and star-shaped

NPs of approximatgly 100 nm in diameter on the viability of Pseudomonas aeruginosa ATCC 9721

Ul

and Staphy aureus CIP 65.8" bacterial cells. The contraction (squeezing) of the lipid bilayer

n

by adsorb of varying surface hydrophobicity and shape and eventual rupture was

demonstrated th systems.

d

2. Resul

M

2.1 Stretching of elastic membranes by adhering NPs

]

We presen ysical model of the adhesion of large nanoparticles to a lipid bilayer to evaluate
the effectssters of different size vs. individual NPs on the stretching of the elastic layer and
determine ts of NP aggregation (clustering) on global membrane stretching. Within this
model, ne is described as an infinite elastic layer characterized by elastic modulus k. The

{

adsorption the elastic layer is described by the interaction parameter, € per adsorption

U

site, while ty of adsorption sites ng is assumed to be constant on the surface of NPs. It

oo

turns o ese parameters can be absorbed in one dimensionless control parameter { = — .

A
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that describes the interaction with a surface of a NP. Within this model { describes the interplay

between attractive forces and elastic deformation of the membrane bilayer that leads to an

t

equilibriunt’stretching of the elastic layer and partial wrapping of the spherical NPs by the elastic

layeri.e. m etching-compression.

[ |
2.1.1 Individual NPs

The interagtion of flon-interacting individual NPs with an elastic layer is considered in the approach

G

similar to the c ruction of Wigner—Seitz cells as a result of Voronoi decomposition of the surface

S

with indivi NE5S'in the center of the cell. In average, an area that corresponds to an adsorbed NP

is determined by the average density of adsorbed NPs at the membrane (Figure 2). Then the area

4

that corres each NP is divided in two regions for the sake of simplicity: A is the region of cell

wall intera

I

the surface of the NP and B is the region of the cell wall between each

adsorbed NP ( 2A). Local stretching-compression of the elastic layer is determined by the

d

balanc o energies: the attraction energy to the surface of the NPs, characterized by the

energy gain

M

F94in = [ en

Yan)
=

N/
QU
Q

(1)

r

and energy, to stretching of the area between NPs and compression on the surface of the

Q

NP,

n()
n_o do (2)

Here n(r) is the disity of attraction points at the surface in the position r and do is the element of

the surface of P, a(r) is the local stretching at the point r. The resulting free energy after
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minimization with the constraint that the projection of unperturbed and stretched areas on the

surface plane remains constant, yields

{

enyS oas,  a3S S S S;
F= °A+BB)+/1k(A+ B _ ) (1)
1+aA an 1+aB 1+aA 1+aB 1+ai

[ |
where indey i indicates the initial values of area S and stretching a. Here A is the Lagrange multiplier,

which ensuggs thg,conservation of the area to the initial area S,

G

do
fA+B 1+a(r (2)

S

The above s allow for calculation of the stretching and compressions of two regions, A and

U

B, considering that the stretching is uniform throughout the whole region, which is a reasonable

F)

approxima for an elastic layer.

The tensiofilof embrane X is related to relative stretching of non-adsorbed part of the

d

membr —S0)/Sy as

(5)

™
I
w
M

1

where S is actual area of the membrane under tension and S is the area of a unstressed

membran e lipid bilayer stretching constant is known, k = 100 mN m™, the tension of the

0O

membrane a e relative area change are directly related.

N

Non-ag ividual NPs interact with the bilayer independently, thus providing an additive

effectons and scaling linearly with the number of adsorbed nanoparticles. Therefore, to

Ut

compare t ing of NPs of different sizes it is practical to fix the surface fraction of NPs at the

membra comparing equal numbers of NPs at the surface. As a reference, we choose the

A
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density close to saturation of 100 nm NPs, when the distance between each NP is equal to the NP

diameters and use this corresponding fraction for NPs of other diameters. Stretching of the

cript

membrane-as a function of NPs diameters are shown in Figure 2 for different dimensionless

parameter ing the attraction to the bilayer and initial stretching «;.

2.1.2 Clustér fofmdtion

US

To evaluat ct of clustering on the application of forces to the membrane, we assume that

the AuNPs ed in clusters of spherical shape and C(N) is the distribution function of clusters

containing

afl

For equ distribution of clusters, the free energy of clusters is given by the mean field

expressi

M

F = kT Y%, C(N)[InC(N) — 1+ Ney], (6)

where €y i @ rgy in terms of kgT of the cluster containing N NPs, kj is Boltzmann constant

and T is the ature. For spherical clusters it is given by: ey = €2 + il.s Here €, is the bulk
N3
energy cohesive energy per NP. Minimization of the free energy with respect to C(N)

{

leads to th ium cluster distribution

u

C(N)~[c(1) (7)

A
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with the average size of the cluster N~/ ge$, which depends on the surface density of NPs at the

membrane . For si)herical aggregates, the distribution C(N) is sharply peaked around the average

size. Thus, i llowing, we will consider a monodisperse distribution of clusters around the
average si is the average size of the cluster. Thus, assuming dense packing of NPs in the
I

1
clusters, tfs radius of a spherical cluster is given by R = N3, where r is the radius of an individual

nanoparticl@” WitRthis, the surface density of the clusters ¢ of equal size is related to the surface

G

density of the napoparticles o, adsorbed at the surface as

p=0(7)s ®)

UusS

In the case imidual NPs, ¢ = o, but if the NPs are aggregated in large clusters, the surface

N

density of significantly lower than surface density of individual NPs. However, the

stretching @f t mbrane by large clusters is larger than that imposed by the individual NPs.

d

The mo nteraction of clusters with the elastic layer has the following parameters: the elastic

layer is ed by the elastic modulus k, and the clusters are described by the diameter, D = 2R,

M

the attractive interaction to the surface, €, and the surface density of clusters, ¢. For a fixed

interaction

I

er g, layer stretching as a function of the surface density of clusters and cluster

diameter igls Figure 2D.

We assumé@rthat individual NPs and clusters do not interact at the surface and are distributed equally

h

in repetitivg arrangement (pure translation) in unit cells. This approximation allows us to study a

{

single clus able size in a square box with periodic boundary conditions (Figure 2). The area

U

1

of the box L*'is translated in the density of clusters, ¢~ = Although this approximation

neglect tive effects and interactions between nanoparticles and clusters, this is a good first

A
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approximation for comparison of effects of clustering on the local and global stretching of the lipid

bilayer.

As expecte rane stretching is increased with increased cluster diameter and the density of

clusters, w onds to a higher concentration of NP. In turn, higher interaction parameters
H I

lead to gre@ter membrane stretching. However, it is more interesting to represent these results as a

function off@ sur density of the nanoparticles composing the cluster, o, as seen in Figure 2C.

G

These plots indicate that if the number of NPs attached to the surface is fixed, the cumulative

S

stretching for dispersed individual NPs (maximum at smaller cluster diameters) than for NPs

aggregated in clusters (Figure S2). Nevertheless, the stretching exerted by one large cluster increases

Ul

with the siz cluster (Figure 2D, ¢ = 0) and one large cluster alone can rupture the

N

membran

Ma

2.2 Large NPs clusters induced membrane stretching in model lipid bilayer

I

Nonspecifi e forces that promote nanomaterial-membrane interactions are mediated by

inherent n ial characteristics such as surface charge, hydrophobicity, and roughness.

Hydropho nd to agglomerate and are therefore less likely to undergo membrane

h

interac er, for more hydrophilic nanomaterials, surface membrane interactions may be

U

determined by their relative hydrophilicities. Membrane interactions can also be affected by

nanoscale ughness. NP surface protrusions or depressions have been shown to NP affinity

A
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for the cell membrane. Simulations of NP-membrane interactions show that NP surface roughness

greatly minimizes repulsive interactions, thereby promoting adhesion.%

{

In the pres hydrophilic and hydrophobic 100 nm quasi-spherical (AuNSPs) and star
(AuNSTs) s were synthesised to explore the antibacterial mechanism of non-
H I

translocatiRg AuNPs as a function of size, shape, and surface charge.[s' 3The surface charge and

chemical pfopertias of the NPs were determined by capping agents which play a crucial role in

C

controlling the interactions between bacteria and the NPs (Figure 3). Hydrophilic AuNPs were coated

S

with merc noic acid (MHA) while hydrophobic AuNPs were stabilized with a modified

sulfobetaine ligandi(ZwBuEt)."**!

Gl

To visualis@ithe adsorption of quasi-spherical and nanostar AuNPs onto a model lipid membrane, a

novel 3D pchi developed (Figure S3), in which a lipid bilayer was formed through the

o

sandwichi in oil phase (DOPC:DOPS+squalene) between two water phases. The bilayer is

stable or 2 h. The lipid bilayer formed (final diameter 200 + 10 um) upon drainage of the oil

M

phase a ersection of the upper well and the bottom channel and can be viewed optically.
AuNPs were introduced into the pchip upper well and attachment to the bilayer was visually

recorded o

4

iod of 30 min by dark field microscopy.

O

The AuNS ST functionalized with MHA or ZwBUET were studied independently. In Figure 4,

the lipid bil@yer annulus is clearly visible, and its shape could be approximated to a free-standing

§

quasi-2D cigcle with radius, r, and area A = iir?. As seen in Figure 4A and B, the bilayer area

t

diminished e due to the presence of the AuNSP that were adhering permanently to the

U

entire surf e lipid bilayer (for MHA and ZwBUET ligand). By contrast, AUNST were found to

adhere ntly only at the lipid bilayer annulus (just at the lipid-oil/water interface), and they

A
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did not strongly adhere to the lipid membrane (see Figure S4). AUNST were unable to place the same

amount of tension on the lipid membrane with time (for AUNST with either MHA or ZwBUET ligands)

t

%

to cause a ction of the bilayer area. The spontaneous bilayer contraction by AuNSP adsorption
was also in r smaller AUNSPs with effective diameters of 20 and 50 nm (Figures S5).

Thus, th% phenomena of the NP-induced contraction of the free-standing lipid bilayer exists for a

1

large of NP size range.

As seen in Figure 4C and D, by plotting the bilayer radius as function of time, we calculated that the

SC

bilayer rad ingiAished at a rate of 1.4 pm s™ for both AUNSP-ZwBuEt and AuNSP-MHA (at the

concentration of ng Au mL™); which corresponded to a reduction of approximately 0.7% (of the

Ul

bilayer tota its) per second. Under our experimental setup, on average, both NPs appeared to
consistentl he bilayer at a similar rate with the bursting time between 100 and 200 s when

the bilayerffa ached ~75 um. The estimated tension (AT) force was in the order of

all

approxi mN m™ (See Supplementary Results).

To qua stretching and disruption of the membrane because of quasi-spherical NP

M

attachment, the model membrane was supported in a custom-designed microfluidic set-up (Figure

[

4A); the fo i f the DOPC: DOPS lipid bilayer was confirmed by electrophysiological

measurem @ ch give the capacitance of the bilayer. Capacitance values could be normalised

according t yer area. To express the results in specific capacitance C; values, with C;=5.9

-2

1

mFm : DOPS (9:1) bilayer. Using the electrical replacement circuit of a plate capacitor,

t

the DOPC [&yer thickness could be calculated asd = g, ¢, /Cs; = 3.3 nm, with vacuum permittivity

el

g ~ 8.85 X 102°Fm~and g, ~ g,;; ~ 2.2.7%3¥ Thus, the specific capacitance of the pure

bilayer sho ease if AUNPs were either fully or partially inserted into the membrane.®® From

A

This article is protected by copyright. All rights reserved.

12



the values of the surface tension and the bilayer contact angle 8, which were obtained from pendant

drop measurements or optical micrographs (Figure 5), respectively, the bilayer tension could be

t

calculated Using Young’s equation (see Materials and Methods).

As can be e 4B, there is a significant increase in the as-measured bilayer tension
|

between eXperiments with no NPs and with AuNSPs. AUNSP-MHA achieved the largest increase in

membraneffénsiom When the experiment was conducted over a range of concentrations (50 — 200

C

ug Au mL™) therg was a linear increase in the measured bilayer tension (Figure S6). Similarly, when
analysing t itance measurements, there is a general decline in membrane bilayer

capacitance whenWRuNSP functionalised with ZwBuEt and then MHA is introduced to the system.

b

[35]

This corres attachment, or partial or full insertion of the NP into the model bilayer

Furthermo firm physical contact with the membrane by AuNSP-MHA/ZwBuEt, a fluorescent

lipid bilayefffc ed of 3% DOPC-Rho and 5 mg mL™ DOPS extract, was monitored using a

dll

fluores cope. The bilayer appeared bent for mechanical stability (Figure 4A). The AuNSP

functionalise MHA appeared to be fluorescent for 30 min following interaction with the lipid
bilayer (these interactions were recorded, Supp. Movie File 1), thus indicating that the AuNSPs were

adsorbed t@the cell membrane.

I

2.3 NPs inc mbrane stretching and antimicrobial activity in vitro

@

Synthetic I ilayers are a convenient model system for NP-membrane interactions that enable

§

detailed physical insight to be obtained thanks to their relative structural simplicity and well-

{

characteri:rties; however, real biological membranes are far more complex in structure. In
C

this sectio ribe the interaction of large NPs with bacterial cells and demonstrate the

on bacterial cell membranes.
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To assess the antimicrobial activity of the two types of AuNPs studied in the model system, the

following parameters/factors were considered and investigated: (i) the influence of surface

hydrophobti ii) the impact of the concentration of the NPs (25, 50, 100 and 200 ug Au mL™), (iii)
kinetics of activity over time, and (iv) the effect of shape (quasi-spherical or star).
I

Analysis of€he bactericidal activity (Figure 6) indicated that quasi-spherical AuNPs with increased

F

hydropho Y S ed less antimicrobial efficiency towards both gram-negative P. aeruginosa and

gram-positive S._gureus. Indeed, no significant reductions in viable bacteria were noted for P.

S

aeruginos igure 6A). By contrast, hydrophilic AuNSP-MHA achieved complete inactivation

of both bacterial sRecies after a 30 min incubation period at concentrations > 100 pg Au mL™ (Figure

U

6A, B); sign ductions (p < 0.02) in CFU mL " were observed at concentrations >10 pg Au mL™

A

(Figure S7): rences in antibacterial activity may be attributed to the variable affinities (due

to altered Ayd bicity) of the AuNPs towards bacterial cells. Bidentate zwitterionic

d

(hydro s exhibit excellent colloidal stability under conditions of high concentration,

however, w functionalized NPs are serially diluted, an increase in non-specific adsorption and

V]

aggregation has previously been noted.®® The zwitterionic coating may also impart novel

antibiofou roperties to the nanomaterials and functionalised NPs would not exhibit non-specific

1

adhesion t Is7). In this work, under physiological conditions, MHA-NPs (hydrophilic)

¢,

showed high ability and less aggregation than ZwBuEt-NPs (hydrophobic) (Figure S1). The

antibacterial efficacy of the AuNPs used in this study was also confirmed via fluorescence

h

[

microsc E).

U

In accorda he model membrane experiments above, Au nanostars exhibited considerably

less antib efficacy towards both P. aeruginosa and S.aureus compared to that of the quasi-

A
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spherical NPs and the antimicrobial activity was not greatly affected by surface chemical

functionalisation. Matching data for the antibacterial effects of AUNSTs are shown in Figure S8.

T

To visualis P-induced disruption of bacterial cells by AuUNSPs and AuNSTs on both P.

aeruginos . us, electron microscopy was used to examine the morphology of the bacterial
H I

cells (Figu . Bacterial cells that were treated for 2 h with AuNPs showed severe morphological

]

changes. ysis @f the SEM and TEM images revealed the attachment of NPs onto P. aeruginosa

and S. aureus c embranes, and in some cases, complete encapsulation of bacterial cells leading

5C

to the dest ofof the original cell morphology (Figure 7B, C, D). NPs were observed to attach

directly onto the nfembrane causing stretching (Figure 7A) or indentations (Figure 7B) in the

Gl

membrane lete cell lysis (Figure 7C’).

[

AuNSPs (and ser extent AuNSTs) adversely affect bacterial cells by inducing high local stress

on the bactegi membrane at the time of the interactions, eventually causing lysis of the cell (as

g

seenin . It was presumed that the cell damage was not incurred through ‘internalisation’

of the icles due to their large size (approximately 100 nm) and no evidence of

M

internalisation was observed, in agreement with previous studies of AUNP anchorage onto gram-

I

positive an egative bacterial membranes.®® TEM experiments (Figure S8) show that the

AuNST na re embedded in the bacterial capsule but do not have sufficient length to

interact wit cterial membrane.

n

Nanoparticle affinigly for the bacterial membrane was determined using Cryo-TEM. The brief

!

incubation lowed for the initial interactions between NPs and bacteria to be visualised, as

U

they woul in liquid/native conditions (Figure 7G, Figure S9). The functionalisation of the NPs

greatly the behaviour of the NPs toward bacteria and toward each other in bacterial

A
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suspension. For quasi-spherical NPs, the hydrophobic zwitterionic ligand (ZwBuEt) did not enhance
the particle affinity for bacterial membranes, indeed there seemed to be almost no interaction
betweeMnd AuNSP-ZwBuUEt. By contrast, AUNSP-MHA appeared greatly attracted to the
bacteria in nd could be seen encapsulating the cell, as shown in Figure 7G. Weak
interactl-onFieween the phospholipid bilayer and AuNSTs were additionally confirmed using cryo-

EM. This res:lt i:upported by our experimental model demonstrating that nanostars exhibit

weaker ant | activity because of reduced contact area with the cell membrane. For AuNSTs,

those capmwBuEt were observed in large clusters while those capped with MHA were

distributed:e grid with no interaction with bacteria. This directly corresponds to the

increased

3. Discussic

Itis knownmexposure of NPs to bacterial cells can lead to membrane damage caused by NP
adsorp e case of TiO,, Ce0,, MgO0 and Au-NPs, the interaction with the cell wall is the main
source y to bacteria even though no cell penetration occurs (Table S3). In such cases, the

NPs electrostatically adsorb onto the bacterial cell wall and destroy the cell wall due to the NP

ntibacterial efficiency observed for AUNSP-MHA over AuNSP-ZwBuEt.

aggregatiogd only at the cell surface.®>*? These studies suggest that NP adsorption on the
O 1

cell wall fo its disintegration is the primary reason for toxicity, although no definitive

mechanreen put forward.

The adsorqion ofirge NPs (where the NP diameter is greater than the thickness of the membrane)

on model | ers has been studied both theoretically and experimentally. This includes studies

[43-46]

of wrappin by lipid membranes, effective interactions at the surfaces and collective

behaviq sorbed NPs.'¥*! Electrostatic interactions between the NPs and the membrane are
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found to be the most important factor for inducing membrane disruption.?® %2 |n particular, it was

6531 while

shown that large NPs adsorbed on lipid bilayers will always at least partially wrap,
membraneﬂg may in turn lead to eventual collapse of the lipid bilayer.®" Wrapping and
membrane&he adhesion of NPs are coupled such that low tension membranes allow for
higher v’ra_!imgand vice versa.® Nevertheless, most membrane wrapping studies are focused on
NP uptake by mammalian cells whereby membrane wrapping is triggered by many NP-ligand-surface

receptor in s for NP engulfment. Less attention has been focused on NP-membrane

interactiowmﬂ cells.

We recently demontrated a mechanism of tension induced permeation of cell membranes by the

adhesion :ﬁ‘n—translocating apatite nanoparticles that provoked nondisruptive permeation

of red blo at do not undertake endocytosis).[ss] In another study the internalization of

large silicalpa @ icles into giant unilamellar vesicles (GUVs) was confirmed to be mediated by the
spreadi the lipid bilayer on the silica surface. The lipid membrane was observed to
stronglEhe NP surface and ‘creep’ along the silica surface, causing deformation of the
liposome. imilar behavior was observed for the adherence of silica particles on red blood cells.”®
The haemcStic activity of silica NPs has been found to increase with increasing particle size due to

preferenti tion of the NPs onto the red blood cell membrane, causing deformation until

rupture.®®

In the v:ed here, the antibacterial performance of the hydrophilic quasi-spherical AuNPs

appears tote mediated by NP-membrane interaction which is driven by the attractive force

between the NPs Sd the phospholipid bilayer. As the particle size increases, the adhesion energy

increases,{o a greater area of contact and overall stretching of the membrane. Individually
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adhered NPs provoke an additive stretching effect where the total membrane stretching is the sum

of individual NP contributions. In the case of NP clusters, the stretching effect is cumulative at the

attachment paints but does not exceed the tensions delivered to the membrane by single, spatially
dispersed Vmes with a previous model of the hemolytic potential of silica NPs.® |n the
case of cqu@etween individual NPs, the elastic response of the membrane depends on the
size of the clustegs and their number. In addition, if the clusters are placed close to each other, the
membraneu medium, affecting the interactions between NPs and even inducing their
clustering.wveloped theoretical model provides insight to explaining the results for both
experimen duced tension in the model lipid bilayer and the in-vitro bacterial cell killing
mechanis g that low dispersity of NPs achieved greater antibacterial efficiency.
Encapsula!Sn of entire bacterial cells by individual NPs was visualised attached to the exterior of the

cell and de he shape by independent experimental techniques, and in some cases, complete

cell lysis wa ed.

The in vitrom sed to mimic the interactions of a phospholipid membrane and NPs

demonstrate elivery of tension forces that resulted in cell perturbation by the attachment of
NPs onto ts membrane. Previous theoretical models have predicted that NPs can translocate a
tethered D id bilayer membrane and/or become wrapped in by the membrane, depending on
the balance act-adhesion energy and curvature energies.”®™ The minimum nanoparticle size
for such w!Eping effects is estimated to be 30 nm, which represents a state of transition between
free NPM lipid coated NP."*? In the work presented here, direct physical interactions

between the quaSSphericaI NPs (both hydrophilic and hydrophobic) and the phospholipid

membrane resultgd in an increase in membrane tension and decrease in capacitance of the

synthet layer that correlated to either full or partial insertion of the NPs into the lipid
This article is protected by copyright. All rights reserved.
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bilayer. Using fluorescently tagged DOPC, AuNPs were confirmed to contact the lipid bilayer (verified
by consequent fluorescence of the NPs through removal of phospholipids from the bilayer);
howevemort across the bilayer was observed yet the bilayer appeared ‘bent’ for
mechanica drophilic NPs delivered the greatest forces to the lipid bilayer upon
membr%eﬂssorplon, achieving the greatest resultant membrane tension measurements.
Hydrophilic guasisspherical NPs also elicited the largest antibacterial response amongst both shaped
particles aam% bacterial cell death at a concentration of 100 ug Au mL™. Nevertheless, at

high concew (100 pg Au mL™) of both hydrophilic and hydrophobic quasi-spherical NPs large

numbers o:d NPs to the lipid bilayer produced enough force to contract the membrane until

it collapsed: analogous to the squeezing of a balloon until it bursts (see graphical abstract).

It was assuc a greater hydrophobicity of the particle would results in greater affinity for

bacterial s.BS] Chemical modification by bidentate sulfobetaine zwitterionic molecules led

toanin rophobicity;'®* however, NP-membrane interactions were offset by the NP

tendency to a te into clusters.’® Herein, the NPs that exhibited low dispersity, such as

hydrophilic quasi-spherical NPs, also demonstrated the greatest antimicrobial effects whereas
hydrophots quasi-spherical NPs did not achieve statistically significant reductions in viable cells.
Thus, the a the NP towards bacterial cells played an important role in facilitating bacterial
cell inactiva was further hypothesised that the introduction of spikes to the nanomaterial
surface wsld result in greater cell membrane perturbation. We have demonstrated previously that

nano-stMsurfaces to exhibit an array of high aspect ratio nanoprotrusions, similar to the

surface topograpiof insect wings, can mechanically lyse contacting bacterial cells®®. Bacterial cell

death is mediatedday the membrane adsorption to the nanopillars which leads to wide-spread

stretchi adsorbed membrane®® (similar to the findings for global stretching of bacterial cell
This article is protected by copyright. All rights reserved.
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membranes by colloidal nanomaterials presented in this study) by which the mechanism is

independent of surface chemical functionality. For example, silicon nanopillar surfaces (black silicon)

t

P

[19]

were the fifst synthetic surface demonstrated to mechanically kill attaching bacterial cells'™". More

[20] [66]

recently, n d surfaces of vertically aligned carbon nanotubes™, graphene nanoflakes™,
adsorbeﬁ S , TiO, nanowires”® and more have been demonstrated to kill bacteria by
nanomaterial-induced rupture. However, in this work the surface spikes did not enhance the killing

effects of t s, in fact star-shaped AuNPs displayed only very modest antibacterial

CI

performange. Ifis @&sumed that the introduction of surface spikes actually led to a reduction in the

S

available c a of the NP surface, as confirmed by model membrane experiments where

U

AuNSTs ex reduced ability to adsorb to the lipid bilayer and were not observed to exert the

same force§ delivered by quasi-spherical NPs.

q

4. Conclusion

€O

The me m of mechanical killing of bacterial cells by non-translocated NPs was elucidated using

a combj of complementary experimental and theoretical studies. A biophysical model was

M

developed to explain the NPs induced stretching of a membrane by large NPs with diameters much

[

larger than iekness of the membrane. Interactions between individual NPs and the elastic

bacterial 2 induces an increase in membrane tension due to adsorption of the NPs to the

membrane %22 The importance of membrane tension for biological membranes is not always

N

consid i membranes, while tension can be even more important for elastic membranes

|

such as bacterial cell walls due to their lack of cytoskeleton to compensate for external mechanical

t

forces. Attractive f@rces acting between each NP and the membrane tend to increase the area of

[55]

contact ovoking the overall stretching of the membrane. Spatially distributed individual

A
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NPs provoke an additive effect, when the overall stretching is the sum of individual NP contributions,
while clustered NPs created cumulative stretching at the attachment points. The cumulative effect
of clustere icles may be locally stronger than the tensions delivered by a single NP; however,
the combimministered by separated individual NPs encapsulating a cell would still be
greaterﬂl@e nature of the membranes used in both experiments are very different: the
DOPC:DOPS lipidabilayer is a fluid membrane, whereas the bacterial cell wall is an elastic layer, both
experimen ed that chemically inert AuNPs can rupture model lipid bilayer and kill bacteria
via adsorpmthe cell membrane and increase of membrane tension. Such an elastic model is

not Iimite?:pe of NPs and the origin of the elastic layer. The universality of the model

suggests t escribed phenomenon of the stretching of the membranes by adsorbing NPs can
go beyondge studied NPs and bacteria and it can be applied as a universal mechanism of

mechanica ng and rupture of cells, vesicles, droplets and other soft objects with NPs. The

demonstrati®n is stretching mechanism in both model and real bacterial system suggests its

generality licability to a wide range of biological membranes. The results of this work may

ines for the synthesis of universal antibacterial colloids.

5. Experimghtal Section

£

Design d“ion of Microfluidic Device. Microchannels with a rectangular cross section were
fabricated using t;ical soft lithography protocols.”® Channel dimensions were 300 um in width and

140 pm in hei e device was moulded with a SU-8 photoresist on a silicon wafer using Sylgard

184 (Do g, USA). The surface of the Sylgard 184 devices was exposed to nitrogen plasma

This article is protected by copyright. All rights reserved.
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(Diener electronic GmbH, Germany) and sealed with a plasma treated glass cover slide. The sealed

device was rendered hydrophobic by heating it to 135 °C overnight. The liquids were dispensed from

t

D

syringes (Hamilton Bonaduz AG, Switzerland), which were connected to the microfluidic device by
Teflon tubi r controlled syringe pumps were used to control the injection of the water

and oil H‘na es, respectively (Figure S9). DOPC (1,2-dimyristoyl-sn-glycero-3-phosphocholine) and

]

DOPS (1,2-digleqyl-sn-glycero-3-phospho-L-serine) were purchased from Avanti Polar Lipids.

C

Experimen erformed at room temperature to have the lipids in a fluid phase. Using a

volume-cofitrglfed)System with syringe pumps, two water droplets were injected face to face into

S

microchan oduce a free-standing lipid bilayer. After a few seconds, the water—oil interface

U

of each fin covered with a monolayer of lipids molecules. Once the two liquid fingers are

brought int@ contact, the two lipid monolayers interacted to form a lipid bilayer within a short time.

1l

(34,71, 721 Ty is then stable and can be analysed, simultaneously, using optical microscopy

d

(axiovert Z1,%Ze1S8¥and by electrophysiological inspection.

Measurement ayer Tension. The surface tensions of the various lipid monolayers at oil/water

)

interfaces were measured with the pendant drop method using a commercial measurement device

(OCA 20, aPhysics Instruments GmbH, Filderstadt, Germany). An oil solution with a concentration

§

of 5mg mL oncentration (90% DOPC, 10% DOPS) was produced by introducing a droplet

O

from a stee into the surrounding oil phase. The shapes of all droplets were fitted with the

Young-Laplace equation to obtain their interfacial tension y. The experiments were then re-done in

I

the pre two types of NPs (ZwBuEt and MHA). From the values of the surface tension and

{

the bilayer contacangle 6, which were obtained from pendant drop measurements or optical

U

micrographs (se ure 6), respectively, the bilayer tension can be calculated using Young’s

equati

A
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I' =2ycos 6 (2)

Capacitanq Meas'rements. Ag/AgCl electrodes were prepared by inserting an electrode in a

borosilicat ipet (outer diameter 1.5 mm, inner diameter 0.86 mm, Sutter) containing an
electrolyte tion (Sigma). The electrodes were carefully introduced into the buffer
H I

compartmeRt of the Sylgard 184 device using a micromanipulator. The lipid membrane conductance

|

was measuféd usifig the standard function provided by the patch clamp amplifier EPC 10 USB
(HekaElectronics). A 10-mV sinusoidal wave with a frequency of 20 kHz was used as an excitation

signal.

Characterisati AuUNSP and AuNST

nu

Spectroph etry. UV-VIS absorption spectra of the AUNSP and AuNSTs sols were collected using a

UV-1800s otometer (Shimadzu). The spectra were collected in transmission mode.

d

Dynam ring (DLS). Hydrodynamic size measurements of the different AuUNPs were

performed i using a zetasizer (Malvern Instruments).

M

Bacterial cell growth conditions. P. aeruginosa ATCC 9721 and S. aureus CIP 65.8" bacterial strains

1

were obtai American Type Culture Collection (Manassas, VA, U.S.A.) and Culture Institute

Pasteur (P3 @ e), respectively. Prior to each experiment, bacterial cultures were refreshed on

nutrient a ) from stocks (B.D., U.S.A.) at 37°C for 24 h. From the stock plate, fresh bacterial

N

suspen own overnight at 37 °C in 5 mL of nutrient broth (B.D., U.S.A.). Bacterial cells

{

were collected at the logarithmic stage of growth (data not shown). Bacterial cells were then

U

pelleted u ifugation at 5000 rpm for 3 min and resuspended in 10 mM phosphate buffered

A
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saline (pH 7.4). The density of bacterial suspensions was adjusted to ODggy = 0.1 using UV-vis

spectrophotometry (Dynamica HALO RB-10) at a wavelength of 600 nm.

{

Antibacterij Standard plate count methods were used to estimate the number of viable cells
following t h AuNPs, P. aeruginosa and S. aureus stock solutions were serially diluted in
H I

phosphate®uffered saline (10 mM PBS, pH 7.4) until infectious doses were achieved (1000 CFU mL™
P. aerugin [7“F3hd 100,000 CFU/mL S. aureus [75]). The AuNSP and NSTs sols were sonicated for 2

min and add suspensions of P. aeruginosa and S. aureus (500 uL) at concentrations of 5, 10, 25,

S

50, 100 an mL™. Nanoparticle/bacterial suspensions were then incubated in a rotary shaker

at 37 eCforup to at 220 RPM. Bacterial suspensions in PBS, with no added nanoparticles, but an

U

equal volu illiQ H,0, were used as controls for each given concentration. The NP/bacterial

1

suspensio trols were then spread plated on 5 separate nutrient agar (Oxoid) plates and

incubated @t 3 vernight to estimate the number of viable cells.

al

Statisti sis. All plate count experiments were performed in replicates of 5 and repeated a

minimu

M

Imes. Data are expressed as a mean * standard deviation of at least 5 independent

samples. Statistical comparisons were made between results using a two-tailed student’s T-test

[

where p < nsidered significant.

O

Scanning icroscopy. The morphology of synthesised AuNPs of various shapes and sizes

were anal using SEM (Raith, GmBH). AuNSPs and NSTs were drop-casted onto plain silicon

§

wafers andgalloweg to air dry under ambient conditions overnight. SEM images were obtained using

t

a Raith150 ct write EBL instrument (Raith, GmBH) with SEM capabilities at 5 kV.

U

The morpholo bacterial cells incubated with nanoparticles was also examined using SEM (Raith,

GmBH). Ps/bacterial suspensions were incubated for 2 h in a rotary shaker at 37 °C at 220

2
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RPM and then prepared for SEM by placing a 100 L aliquot on clean silicon wafer, leaving for 1 h for

cells to adhere to the substrate, then washing once briefly with MilliQ H,0 to remove salt and other

t

P

contaminants, Cells were then fixed on the substrate with 2.5 % glutaraldehyde and the surfaces
were then with ethanol in 30, 50, 70, 90 and 100% concentrations. The substrata were

kept in ﬂ) % ethanol and transferred to a critical point dryer (Polaron E3100, Quorum Technologies

Ltd). The samples,were immersed in liquid CO, via a series of ethanol/liquid CO, exchanges, and the

Cri

liquid CO, heated to supercritical temperature and pressure (31.1°C and 1000 psi). The

dried samples Wer@ then sputtered with gold for 2 min using a NeoCoater MP-19020NCTR (JEOL,

S

Frenchs Fo ralia). SEM images were obtained using the Raith150 Two direct write EBL

U

instrumen > GmBH) with SEM capabilities at 5 kV at magnifications of x5 k, x10 k, x 25 k and

x50 k.

Transmissi n Microscopy. Suspensions of AUNSP and AuNST sols were drop-cast onto TEM

all

grids a an accelerating voltage of 200 kV using a Jeol JEM-1010 machine.

TEM (J JEOL) was used to view cross sections of bacterial cells incubated with

M

nanoparticles. Samples were incubated with bacteria at concentrations of 200 pg mL™ in a rotary

shaker at

[

0 RPM for 2 h. After incubation, cell suspensions were washed twice with PBS

(10 mM, p @ g centrifugation at 1300 rpm for 5 min at 25°C. The pellets were then

suspended j f 1% glutaraldehyde in PBS for 1 h, and then washed twice in PBS for 5 min.

L

After thesfi ing step, the cell suspensions were mixed thoroughly with 0.5 mL of molten 4%

|

agarose gelby stirring. The agar was then immediately cooled to 4°C by refrigeration for 30 min,

U

then cut into 1 moa¥ cubes and fixed with 1 mL of 1% osmium tetroxide (OsO,) for 1 h. Samples

containin suspension were washed twice in nanopure H,0 (with a resistivity of 18.2 MW

A
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cm™) for 20 min each. Samples were then dehydrated by passing them through a graded ethanol

series (20, 40, and 60%) (2 mL) for 20 min on ice and then stained for 8 h with 2% uranyl acetate in

£

70% ethandl L). After staining, the cell blocks were further dehydrated by passing the samples
through a ethanol series (80, 90 and 100%) for 15 min each (2 mL) on ice.
I

The embed@ing medium was prepared using London Resin Gold (ProSciTech). To embed the

samples, edeh agafisample containing the cell suspension was incubated in 2 mL of 100% ethanol

G

and LR gold mo er (1:1 ratio) for 8 h on ice, followed by a transfer to 100% ethanol and LR gold

S

monomer for 8 h, then finally a transfer into the pure LR gold monomer for 8 h. Each

sample was then tRansferred into a gelatin capsule containing fresh LR gold monomer mixed with 1%

Ul

dry benzoy ide, which was then polymerized for 24 h at 4°C. The final blocks were trimmed,

1

then cutin in sections (50 nm thickness) using a Leica EM UC7 Ultramicrotome (Leica

Microsystems, zlar, Germany) with a diamond knife (Diatome, Pennsylvania, USA). Sections were

a

placed sh copper grids and examined using a JEM 1010 instrument (JEOL).

Approximatel M images were taken at x10000 and x20000 maghnifications for each sample

M

analyse

Supporting tion

or

Supporting | tion is available from the Wiley Online Library or from the author.

N

{
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